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Because of the pressing demand for plywood for the construction of
gliders and airplanes questions have been raised concerning the strength of
discolored wood in aircraft veneers, Miscellaneous discolorations are
especially common in hardwoods. Among the latter, sweetgum recently has
come prominently ianto-the picture for aircraft coanstruction, and is the subd-
Ject of the study reported here,

The purpose of the study was threefold: to ascertain (1) the discol-
orations that are prevalent in sweetgum veneer; (2) the toughness™ of the dis-
colored veneer in comparison to that of comparable veneer of normal colorsa-
tion; and (3) the suitability of the discolored veneer, as indicated by its
toughness, for use in aircraft, Regarding the last objective 1t mey be re-
marked that the plywood companies furnishing aircraft parts have had a tend-
ency to reject much discolored stock, on the assumption that the offcolor

lThe writers wish to acknowledge the generous cooperation of the snderson-
Tully Co., and Nickey Brothers, Inc,, who aided in the selection of and
furnished the veneer for this study. Appreciation is expressed to members
of the Timber lechanics Division of the Forest Products Laboratory, who
gave helpful advice on the testing procedure and interpretation of the
data gnd made available the special toughness machine with which the work
was done,

21y cooperation with the Forest Froducts Laboratory, maintained by the Forest
Service, United States Department of Agriculture, at Madison, Wis., in
cooperation with the University of Wisconsin.

éPreliminary tests of normal and discolored wood indicate that the toughness
of veneer as measured in the intermediate-capacity Forest Products
Laboratory toughness machine gives a good indication of any probable re-
duction in strength properties. It would be desirable to measure other
strength properties, but such tests would be too time-consuming to meet
emergency needs, : :
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might be a manifestation of decay. Avoidance of excessive rejections on this
account may do much toward meintaining a supply of high-grade veneer timber
adequate for present emergency needs.

SWEETGUM DISCOLORATIONS

The potentially significant discolorations cccurring in sweetgum veneer
were ascertained frem informatiom gained at four southern veneer plants, one
plywood plant, and from an extensive period of research on the control of blue
stain in sweetgum lumber, In centrast to certein other hardwoeds, the wooc of
sweetgum was found to have but few types of discolorations, and they are ’
rather irregular in occurrence and intensity. These discolorations are
briefly described in the following paragraphs. Their significance in air-
craft veneers is discussed on pages 6 to 8,

Fioured Heartwood

Figured heartwood cannot be regarded as discolored in any sense imply-
ing an abnormal condition. Trossibly as much as 85 percent of sweetgum heart-
wood contains a substantial amount of figure. The localized and rather
sharply defined variation in the intensity of the heartwood color, which gives
the figured appearance, nevertheless may be considerable (fig. 1) and has led
to some questions as to the strength of highly figured heartwood.

Mineral Streak

Ta sweetgum, mineral streak, sometimes known as calico streak, is most
conspicuous in the sapwood. It is a fairly common discoloratien and may oc-
cur anywhere on the veneer sheet. !iineral streaks appear in variable lengths,
from about 1/4 inch to as long as 3 feet (fig. 2). A rather characteristic
feature of their shape is the couparatively very narrow width, which ranges
from about that of a pencil line to usually not more than about an inch. The
streaks follow the grain of the wood and terminate in points, or multiple .
points in the case of the larger ones, The color of sweetgum mineral streaks
is predominantly light rust brown to derk reddish brown. However, greenish
shades are common,

lineral streaks are not apt to be confused with other discolorations
after one has seen a number of them. The streaked wood tends to check more
readily than bright wood when drying, though this tendency is much less pro-
nounced with veneers than with thicker stock. Gtany of the streaks, particu-
larly the darkest ones, contain zones that will give off carbon dicxide gas
when dilute hydrochloric acid is applied to them. This is evidence of ab~
normal accumulations of mineral carbonates.
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Although mineral streaks are also found in the heartwood, they probably‘
always originate in the sapwood, HMost if not all cases are believed to be a
result of physiological disturbances created by minor injurkes to the sapwood,
Bird pecks are a common cause of many of the larger streaks, ZPossibly the
reason mineral streaks are not found more often in the heartwood is that the
prevalent figuring of the heartwood obscures them,

Pathological Heartwood

Narrow to broad ribbons of what appears to be heartwood are freguently
seen in sweetgum veneer that has been taken from the sapwood of the bolt at
a substantial distance from the main heartwood cylinder. For want of a better
term this wood will be referred to as pathological heartwood, since most if
not all of it is believed to be heartwood that has been formed earlier than
normally as a result of injuries to the sapwood. HMost pathological hesrtwood
probably connects with the main heartwood cylinder, and represents a local-
ized outward extension of the latter.

Fathological heartwood and mineral streak are sometimes found together,
as might be expected if both are initiated by injuries of one sort or another,
In fact, areas of pathological heartwood are sometimes closely interspersed
with mineral streaks and sometimes even terminate in genuine mineral streaks
(fig. 3),

Blue Stain

Blue stain is probably the most conspicuous of the sweetgum discolora-
tions., It is confined to the sapwood and is caused by dark-colored fungi
that grow into the wood and utilize the cell contents for their food. =lue
stein generally occurs at one end of a vereer sheet, as a solid discoloration
terminating in streaks running out into the clear wood (fig. 4, B). In some
cases the stain may lie anywhere on the sheet, as elongated, pointed streaks
(fig. 4, A). The color is usually bluish gray to steel gray, although
brownish hues are not uncommon.

Such blue stein originates in logs that have not been utilized promptly.
The causal fungi get in the log through the ends or at the side of the log
through barked areas or on the bodies of wood~boring insects. 3Blue stain is
favored by warm weather, and may occur during the greater portion of the year
in southern sweetgum areas. -

Often decay, though not necessarily visible, may be present with the
blue stain, since the same conditions favor both.

Blue stain may be prevented in large measure for as long as 3 to 4 -
months by spraying the ends of the logs and barked areas with one of the
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4 .
commercial antistain fungicides.”™ To insure its effectiveness, such treatment
should be applied within 24 hours after the log is cut.

i

Decay

Advenced decay, which is sometimes known as rot or dote, needs little
description. However, in its earlier stages decay may be noted simply as a
discoloration of the wood, Decay is caused by wood-attacking fungi that are
more destructive than those that are responsible for blue stain, Depending
on the fungus, the early decay in sweetgum may be observed as a bleaching of
the wood or as dull yellowish to brown discolorations. The off-color appesr~
ance can frequently be detected by the contrast with adjacent sound wood. In
more advanced stages, decayed sweetgum is softer and brashier than the sound
wood. Frobing, and raising splinters with the point of a knife, will oftean
disclose these differences, although such a test alone is not reliable, par-
ticularly if the decay has not progressed very much,.

Decay may occur in both sapwood and heartwood. Heartwood decay gener-
ally develops in the standing trees, as a result of infection through branch
stubs, fire scars, and other wounds. Sapwood decay usually takes place in
the log and can be tewporarily prevented by spraying, as suggested for blue
stain, .

TEST METHODS

Selection of Test Sheets

Clear veneer sheets containing repregentative discolorations were obs~
tained at two plants, Since gum is usually not cut continuously, it was nec-
essary to take mainly stock already on hand, and of two different thicknesses
and types of cutting. The veneers selected were as given in the table of
results,

The quarter-sliced material represents only a small part of the study
and was taken from different parts of the seme log. The rotary-cut material
was selected at random and in such a way that for the most part each sheet
can be considered to have come from a different log,

Freparation of Test Strivs

At the Laboratory, the veneer sheets were placed for conditioning to a
uniform moisture content in s room with a maintained relative humidity of

£5ee "Cause and Prevention of Blue Stain in Wood," Forest Products Laboratory
Technical Note Mo, 225, rev. Sept. 1941.
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65 percent and temperature of 80° 7, During conditioning, outlines of the test
strips were marked on the sheets with the ald of a template. 4ll strips were
laid out on straight-grained areas, and as nearly parallel with the grain a§
could be determined by eye. ‘herever possible, a test strip laid out on a dis-
colored area was matched by a strip laid out on clear wood paralleling the
first and clesely adjacent to it at the side or end. By such paired matching,
the differential influence on the strength of the wood of factors other than
those associated with a particular discoloration was reduced to a minimum,

In some cases the matching was necessarily limited to groups of test strips
within the same veneer sheets. In other cases, such as with all-heartwood and
all-sapwood sheets, no matching was possible.

The marked test strips were first sawed out in rough, then machine
planed on one edge, and finally carefully sawed to dimensions of 0,5 by 5
inches, + 0,001 inch., The finished strips, placed upright in open boxes and
held apart by the meshing of 0.5-inch hardware screen laid across the top of
the boxes, were allowed to remain in the conditioning room for at least 48
hours more. At the end of this time they were weighed to 0,001 gram and
measured for thickness to 0,001 inch. These measurements were used in com-
puting the specific gravity. The strength tests were made on the same day as
the weighings.

Toughness Tests

The strength of the different classes of veneer was measured in terms
of toughness, which in turn is an expression of the inch-pounds of work re-
quired to break the test strips by the method used. Toughness is a measure
of the ability of the wood to withstand shock, and is a strength character-
istic that is most markedly influenced by any abnormalities of the wood
structure (see footnote 3, page 1). The toughness tests were made on an
impact machine of the pendulum type (fig, 5), which was developed at the
Forest Products Laboratory and is especially suitable for handling veneer of
moderate thickness, The span used was 2-1/2 inches, with the load applied
at the center of the span.

Method of Evaluating Results

In all cases the results were derived as relative values (ratios),
based on the toughness of normal wood., In this way the practical significance
of the differences obtained can be most readily appraised. 'hen matched pairs
of specimens were obtainable ratios of the test results for each palr were

computed first, for example, agﬁgggigaiﬁighiazggggg&‘ These individual ratios

were then averaged to give s geometric mean ratio.2 Yhere metching by pairs

SThe geometric mean is the n®h root of the product of n values. With the
present data the geometric means are not much different from those obtained
by ordinary averaging., However, with variable ratios, the geometric mean
is the only one that expresses the same relative values of two items being
compared regardless of which item is used as the basis of comparison,
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was not possible the individual ratiss were based on the group averages in
each veneer sheet of the two items being compared. These sheet ratios were
then averaged geometrically to obtain a single over-all ratio. In cases where
no matching was possible the actual toughness values were averaged by Sﬁeets
and the arithmetic mean sheet average was obtained. The,regpective ratios,
then, necesgsarily were obtained last in each case. '

Specific gravities, which were useful in interpreting the toughness
dats, were summarized in the same way. ' :

TOUGHN=SS RESULTS AND CONCLUSIONS

The relative toughness and specific gravity values obtained are 1ist§d
in the accompanying table., In appraising the toughness results, co?31derat?on
is glven to the reliability of the respective values as well as their relaplve
magnitude., All values less than 98 were examined uwathematically to detcrmine
the possibility of their having differed from the corresponding control values

(100) by chance alone.= V%here the probability of accidental occurrence ap-
peared to be greater than 1 in 20 the particular velue is marked in the tab}e
with a double asterisk, No practical need was seen for determining the mathe-
matical significance of values that were above or slightly below 100. The
essential results and conclus1ons for each tvpe of weneer studied are given
in the following paragraphs,

Clear Sapwood Adjacent to Mineral Streaks

The sapwood adjacent to 75 areas of typical mineral streak was somewhat
tougher than the sepwood in the samples without any discoloration. It is
concluded that the proximity of mineral streaks does not reduce the toughness
of the surrounding sapwood.

Plain and Highly Figured Walnut—Prown Heartwood

With both groups of plain, walnut-brown veneers the average toughness
was less than that of sapwood sheets of the same thickness. The same result
was obtained with two of the three groups of highly figured walnut-brown
veneers, However, in three of the four cases in which a lower toughness was
obteined the average values were not reliably different from 100. Judging
from the aggregate result, and the fact that the differences cannot be

§The mean logarithms of rstios based on matched tests were checked by the
stendard "t" test of meens. ' Ratios obtained from unmatched 'tests were
checked by the significance of the differences between the actual values
on which they were based, using the "t" test for the difference between
means,
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Toughness and spooifié gravity of sweetgum veneer tert strips

Rslative toughness : Relative specific gravity

Item tested and collectlion grouy H H
P sliced : Rotary . Rotary

/16 inck:1/8 1neh§1/16 in

Sapwood
Clear; no defects on sheets
éollection Eroup le==--=~-mew—wsomsmm—e oo
Collection group 2-
Colleotion group 3--
Collection group

Clsar, but sdj)acent to mineral streaks
Collection Group J---=-wewr--—w—c——cccomcusere :

Heartwood :

Plain walnut-brown : : 1 :
Collection group 2-- - 2 go : 0 108
Collestion group J=—=-m-==--= s 11 130 :

Walnut-brown, highly figured H H :
Collection group l--< == HS U | Yo
Collection group 2----- ;& : 69 : t 102
Collection group J------===--=-=-=-=w-—r-so--=-i 11 3 147 : :

Gray, brown, highly figured : :
"Collection EIOUp 3--—mmmmmmmemmmmeeee—ocmem—=i 5§ 1 14k : : 104

Mineral streak : H HY 3 :

Greenish-brown to greenish-gray color; in sapwood : H H H : :
Collsction group 2 : 3 0t 16 : : 103 ¢

Rust to dark brown color; in sapwood : H 1 N :
Collection group 2 : 6 3 22 PN 7 3 10
Collection group 3~ - ———: & 3 37 : : . ' 9

Rust to dark brown color; in figured heartwood H : H 10
Collsction group 3 11 2k i : 7

Rust-oolored, interspersed with gray pathological : H :

heartwood; in sapwood : H H H : : : 110
Collection group 3~ H 5 + 20 : : P
«Pathological heartwood : H H B
Gray-brown color; in sapwood H H H : HH : :
C0118Ct10n Group Jo—---=m=wmmm=mmmm—m s : 4 @ 16 961/ : : 106
Blue stain : : 2/ H :
Collection group l---=-=~ewmw=wono———o<—ce -— 6 u h2% : 3 : :
Collection group 2 g - 8 H 9:{.2/ H :
Collection group h--- - i3 ¢ 34 8 : :
Early decay, or *dote®; in sapwood : H h,g/ H t H H
Collection group l---- H g : 17 T : H

1/ average item toughness t
Ratlo of avorage sapwodd %gﬁ‘niou . Values for the heartwood and sapwood nscessarily were obtained from different veneer

sheets; hence only a single ratio was obtained in each case, based on the average toughness of all sapwood sheets in the
collection group.

2/geometric mean of ‘the ratios of .i;::o“‘t'ch“”:" . fhe individual ratios were obtained for sach sheet and were based on the
sheet aversges for item and sapwood.

3/Gooustric mean of the ratios of .i;:: ‘°“°h”":“ . The individual ratiocs were obtained for each pair of tests o closely
siie- or end-matched samples.

Yy

Same as footnote 3, except based on heartwood toughness.
® The average actual toughness and specific gravity values for the sapwood control specimens were:

Froup : Type of material : Thlockness : Specific gravity : Toughness
H ) ! :
: : Inch H H
: i per speoimen
1 i Quarter-slised :  1/16 ¢ 0.42 : 1.66
2 ¢ Rotary-cut : 1/8 H 362 s 5.0
E : : 1/16 511 : 2.7
: 1/8 : 543 : 8.00

**May differ from the corresponding sapwood value by chanos only; at least the result is nét mathematically significant at the
S-peréent probability level. X
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explained by the respective specific gravities, it is concluded that walnut-
brown heartwood, which is the most representative type of sweetgum heartwood,
may in general be somewhat lower in toughness than sapwood, 3ut if so, the
difference is probably not of practical significance, loreover, there is
nothing in the results that would lead one to suspect that the figured heart-
wood is any weaker than the plain heartwood,

Of possible interest, but having no bearing on the practical aspects of
the results, was the finding that the wood associated with the darkest areas
of the figured heartwood clearly was about 10 percent lower in average tough-
ness than that associated with the lightest areas.

Highly Figured Gray-Rrown Heartwood

A pumber of samples of figured heartwood veneer were obtained in which
the general coloration, although brown, was of a decidedly grayish cast. The
contrast between the lightest and darke st areas was unusually pronounced, with
a tendency for the common boundaries to be a deep gray. The general appear-
ance was slightly suggestive of wood containing some decay infection except
for the fact that the particular effect was too uniformly distributed over the
sheets, Wevertheless this veneer was being sorted out and packaged with
lower~grade stock,

The toughness of this veneer was surprisingly high, being at least
five times as great as that e¢f the sapwood, In fact, more than half of the
test strips could not be broken in the machine.

Without testing a larger number of samples one cannot conclude that
all sweetgum heartwood having substantially less than the usual brown color
would tend to be tougher, However, oune might tentatively consider it to have
at least ordinary toughness,

Mineral Streak

The toughness of the veneer having mineral streak was reliably reduced
in all cases by amounts between about 4 and 13 percent. The degree of tough-
ness reduction was not noticeadly related to the color of the streak or to
the fact of whether it was in heartwood or sepwood. Considering the fact that
the chence for the occurrence of contiguous mineral streaks in the plywood
layers is small, unless a coumparatively large amount of it is concentrated on
the sheet mineral streak should not be regarded as hazardous in aircraft
sweetgum veneer. In line with the observed accumulation of minerals in many
mineral streaks, it is interesting to note that the specific gravity of the
streaked wood in all cases averaged higher than that of the adjacent wood,
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Fathological Heartwood

The toughness of pathological heartwood appears to be little if at all
lower than that of sapwood, even though it contains a small amount of mineral
streak.

Blue_ Stain

The blue-stained sapwood was variously reduced in ‘average toughness by
between about 9 and 29 percent. Such reductions are fully in line witin those
obtained in previous tests made on blue-stained wcod of larger diumensions,—
A few streaks of blue stein in the veneer should be no cause for concern,
However, since conditions thet favor the development of blue stain also favor
decay, heavily stained veneer should be examined with special care for any
evidence of decay before accepting it for use in aircraft.

Decay Discolorations

The adverse influence of decay fingi on the strength properties of
wood is so well established that only a small amount of veneer coantaining
incipient decay that might escape visual inspection was included in this:
study. The toughness of this infected veneer was about 26 percent less than-
that of the adjacent sound wood, FSven in the early stages of decay, shock
resistance, of which toughness is a measure, is nearly always reduced and to
a larger degree than other strength properties, To be on the safe side,
veneer containing any amount of decay whatsoever should be trimmsd out of
sheets to be used in aircraft,

SUMMARY

Highly figured heartwood was fully as high in toughness as the plain
heartwood. ineral-streaked and blue-stained veneer was not as tough as
comparable veneer without discoloration. However, these discolorations
should not be objectionable in aircraft stock except possibly in certain
cases where a large amount is concentrated on the sheet. Since conditions
favoring blue stain also favor decey, heavily blue-stzained veneer should be
examined with particular care to see thet no decay is present, Venser con-
taining decay, sven in the esrly stages when it mey be evidenced mainly by a
discoloration of the wood, should be trimmed out of sheets to be used in air-
craft, Iarly-decay discolorations in sweetguw are usually dull yellowish
to brown or, by some fungi, a bleached appeczrance may be imparted to the wood,
With a little experience, brownish decay discolorations are not apt to be
confused with mineral streak,

ZChapman, A, Dale, and Scheffer, Theodore D, Iffect of blue stain on specific
gravity and strength of southern pinc. Jour. Agr. Res., 61: 1256-134, 1940,
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Figure 4.--Bllue gfain in the sapwood of rotary-cut sweetgum veneer.
A/stain resulting from fungi earried into the log by am-
prosia beetles; B, stain that originated at and dewveloped
‘inward from the end of the log.
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