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. Summary

Old- and second-growth redwood (Sequoia sempervirens)were digested
by the sulfate pulping process by normal procedures, but the yields of
pulp (35.6 and 40. 7 percent by weight, respectively) were lower than

. that obtained from Dougl'as_ -fir cooked to the same permanganate num-
ber. The yield of redwood pulp was also low on a volume basis (pounds
of pulp per cubic foot of wood) because of its low density. The sulfate
pulps were bleached in a six-stage process (using oxidative extraction
in the second stage) with a total chlorine consumption of about 11 per-
cent of the unbleached pulp. The initial brightness of the bleached
pulp was about 84 percent. The redwood pulps had excellent strength.
The pulp made from the second-growth wood was stronger than that
made from the old-growth material in all properties except in tearlng
resistance,

The unbleached redwood pulps were used in making bag paper and
linerboard. 'The bleached pulps were used in making milk carton stock,
and bond, offset book, greaseproof, and filter papers.

The redwood pulps were used alone and also mixed with experlmentally
made Douglas fir pulp. The paper generally had good properties for

the intended product. Except for improving the tearing resistance, the
addition of Douglas-fir pulp did not contribute apprec1ab1y to the quality
of the paper.

lMalntalned at Madison, Wis., in cooperatlon with the University of
Wisconsin, -
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Wood

Samples blf'old- and second-growth redwood (Sequoia sempervirens)
from northern California were used in the experiments. Sections
were cut from representatwe 4-foot slabs for density determinations..
The debarked wood was converted to chips of nominal 5/8-inch length

. 'and screened to remove. material pagsing a 1/4- by 1/4-inch sieve

“and that retained on a sieve 1-1/4 by 1-1/4 inches. The chemical

o analySis was rnadev on samples of the chips used for pulping.

The wood denmty and chermcal ana1y51s are given in table 1. Redwood
is a low-density wood and has a high lignin content compared to some
other’ sof_twoods used for pulping, for example, Douglas-fir.  These
characteristics indicate that the yield of pulp obtained will be corres-
pondingly lower on a volume basis, as well as on a weight basis.

Sulfate Pulping

Both the old- and second-growth materials were cooked with a total

chemical of 24.84 percent, sulfidity of 25 percent, and an active

alkali of 19. 38 percent. The liquor-wood ratio was 6.5 to 1. The

maximum temperature was 160° C., timeto: maximum temperature,

180 minutes, and total time, 390 minutes. The results of the pulping
tests are given in table 2, '

The old-growth redwood gave a low yield of 35.6 percent. The yield
of 40,7 percent obtained from the second-growth wood was about 5. 6
. percent lower than that obtained from a sample of Douglas-fir from
 the same area cooked to about the same permanganate number. The
bursting strength, folding endurance, and breaking length of the un-
bleached redwood pulps were better than those of the Douglas-fir pulp, -
The redwood pulps were appreciably lower in tearing resistance than
the Douglas-fir pulp. The strength of the unbleached old-growth -
redwood pulp was a little better in tearing resistance, but otherwise
was not quite so good as that of the second-growth pulp. '

Bleaching

The redwood pulps having permanganate numbers of about 24 (table
2) were bleached in a six-stage process using oxidative extraction
in the second stage and hydrogen peroxide in the sixth. The total
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chlorine equivalent applied for bleaching was 12 percent, and the

amount consumed was 1] percent of the moisture-free weight of

pulp. ' The initial brightjnéss of the bleached pulps was about 84 per--

- cent, The brightness recession averaged 5. 4 percentage points after
heating the air-dried sheets for 1 hour:at 105° C.

The yield of bleached pulps was relatively low at about 92 percent of
the unbleached pulps. - The yields of bleached pulp based on moisture-
 free wood would therefore be about 33 percent for the old-growth wood
and 37 percent for the second-growth material. The strength retention
on bleaching was about 90 percent, on the average, for the pulp made
from the old-growth wood and essentially 100 percent for the second-
growth redwood pulp. '

‘The bleached redwood pulps prepared from wet unbleached pulps were
better in strength than three commercial, machine-~dried, bleached
sulfate softwood pulps (except tearing resistance in one instance) as
shown in the following tabulation. The data were interpolated from
beater test data at 250 milliliters, Canadian Standard freeness.

Bursting Tearing Folding

Sulfate pulp - ~ strength resistance endurance

(Pts. per (Gm. per 1b. (Double

1b. per per rm.) folds) "
rm. ) ' '
- Redwood: ,
Old-growth 1.32 1.84 1,930
Second-growth 1,58 1,60 2,740
Commercial:
A, mainly Douglas-fir; some _ ‘ : ’
western hemlock : 1,15 1.33 1,035
B, about 80 percent Douglas-fir and : ‘ -
20 percent westérn hemlock o 1.27 ' 1.97 1,840
C, southern pine. . ’ 1,08 1.55 850
Papermaking

The unbleached redwood pulps were used in bag papermaking and liner-
boardmaking experiments. The bleached pulps were used in making
milk carton stock, and bond, offset book, greaseproof, and filter papers.
Some of the papers and boards were made entirely from the redwood
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pulps. In the others, the pulps were mixed with experimental Douglas-

fir sulfate pulp and for a commercial hardwood sulfate pulp. The properties
of the various papers and boards are given in tables 3 and 4 with, in sovrn\e s
cases, typical data for the commercial products for comparison. '

Bag Paper

Bag paper weighing about 50 pounds (on the basis of a ream 24

by 36 inches, 500 gheets) was made entirely from the redwood pulps
and from mixtures of 50 percent redwood pulp and 50 percent experi-
mental Douglas~-fir pulp. These were compared with bag paper made
entirely from the Douglas-fir pulp and a commercial bag paper made
from southern pine kraft (table 3).

The papers made from 100 percent redwood pulp of either growth type
(machine runs Nos. 4634, 4635, 4636, and 4637) had surprisingly good
strength properties compared to the commercial sample., Their air-
resistance values were, however, relatively high for this kind of paper.
The papers made from the second-growth redwood pulp were stronger
in bursting, tensile, and folding properties but weaker in tearing re-

" sistance than the papers made from the old-growth redwood pulp. The
~ redwood pulp papers were stronger than papers made entirely from the
Douglas-fir pulp, except in tearing strength. The paper made from
the .old-growth redwood pulp was equal to the Douglas-fir paper in
formation,and that made from the second-growth redwood pulp was
noticeably better in this property.

Mixing 50 percent of the Douglas-fir pulp with 50 percent of the red-
wood pulps (runs Nos. 4638, 4639, and 4663) raised the tearing strength
and lowered the air-resistance value, as compared with papers made
entirely from the redwood pulps.

v Linerboard

Forty-two-pound linerboards (basis 1,000 square feet) were made from
a mixture of equal parts of the old-growth redwood sulfate pulp and
experimental Douglas-fir sulfate pulp. The boards were a little lower

in all strength properties than the average of three commercial southern
pine kraft linerboards (table 3). Jordaning the stock made little change
in the properties of the board. The boards were slightly darker in color,
than many commercial linerboards, but some tests (not reported here)

~ have indicated the color can be improved a little by modifying the cooking
- conditions. | -
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Milk Carton Stock

Milk carton stock weighing about 230 pounds per 3,000 square feet

was made from the bleached redwood sulfate pulps. Like the bag _
papers, these boards had surprisingly high strength properties (table
3). Higher strength values were obtained with the second-growth pulp
than with the old-growth pulp. However, the various properties of both

boards were equal to, or higher than, those of commercial milk carton -

board save in air resistance, where the commercial board had a much
lower value.

Board made from a mixture of old-growth redwood pulp with an equal
amount of Douglas-fir pulp (run No. 4647) was not appreciably different
from the board made from the redwood pulp alone (run No. 4646), '
except in air-resistance value. Boards made from mixtures of 15
percent of old-growth redwood pulp and 85 percent Douglas-fir sulfate
pulp were lower in nearly all properties than the board made from the
50-50 mixture of these pulps or the commercial board.

Bond PaBer

The old-growth redwood bleached sulfate pulp was used in making
20 -pound bond paper (ream 17 by 22 inches, 500 sheets). A paper
(run No, 4657, table 4) was made with 32.5 percent of the redwood
pulp, 32,5 percent of an experimental Douglas-fir bleached sulfate
pulp, and 35 percent of a commercial hardwood bleached sulfate
pulp. Though lower in bursting strength and tensile strength than a
commercial bond paper used for comparison, it had higher tearing
resistance and folding endurance. This paper was surface coated
at the size press with a high-viscosity substituted starch (run No.
4658), The coated paper was improved in bursting, tensile, and
folding strength in comparison to the uncoated paper. - Its bursting
strength was within the range of that of a No. 1 bond paper.

Two bond papers were made in which 65 percent of the furnish was
old-growth redwood sulfate pulp and 35 percent was commercial
hardwood sulfate pulp. The furnish for machine run No. 4648 was
unjordaned, and that for machine run No, 4649 was jordaned. These
papers were equivalent to, or better than, the commercial bond paper
in most strength properties, but they lackedthe good formationof
high~-quality bond.
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Off.set Paper

An offset book paper (machine run No. 4659, table 4) was made from
50 percent of the old-growth redwood bleached sulfate pulp and 50
percent of the commercial hardwood sulfate pulp. It was equivalent
to a commercial offset book paper in most properties. Its most
noticeable defect was poorer formation than the commercial product,

Greaseproof Paper

The second-growth redwood bleached sulfate pulp was beaten to 130
" milliliters, Schopper-Riegler freeness, and made into 30-pound

. greageproof paper. The paper had a high turpentine penetration
value, indicating good grease resistance,and gave a good ''blister"
when subjected to a heat blister test.

Filter Paper

The redwood pulp fiber appeared to be suitable material for making
porous paper such as filter papers. One run was made using the
old-growth bleached pulp. For this trial a special headbox for
forming paper from a highly dilute suspension was used, A porous
web was made from unbeaten pulp. The sheet had a density of 0. 35
gram per cubic centimeter and had exceptionally good formation and
high dry and wet web strengths, considering the fiber length and
unbeaten condition of the stock. The appearance of the sheet indicated
the possibilities of the redwood fiber in filter and other porous paper
products, '
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" Table 1l.--Chemical composition and density of redwood

Characteristic - 1" 01d growth : Second: growth
, : (Shipment 4154):(Shipment 4155)
Density (moisture-free weight » , RS . :
and green volume) ...... seses.... 1b. per cu., ft.:- 22.13 : 21.5
Lignin ....... ;.....}..;.................. percent: 33.3° : 33.1
Holo~cellulose }....;‘...u.,............. percent: 55.1 H 60.5
.Alpha-cellulose .........Q.}...;.......... percent: 42.6 o 45.7
Pentosans .ei.eecasiiiiaaan teteereiaese.ss percent: 7.2 : ‘ 7.2
Solubility in: : : _
Alcohol benzene ........... ‘esssesessass percent: 9.9 : 0.4
Ether «.v.v.o0v.. Ceiesiersasadiasissreas, percent: 0.8 : 0.1
1 percent sodium hydroxide .......:..... percent: 18.8 13.9
Hot water .......icesiiicinrinniiasanann percent:’ 8.7 5.1
L Chiessiesaieeeeae.  percent: 0.1. : 0.1
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Table 2.--Results of sulfate pulping tests

ILtem : On redwood :0n Douglas-fir
Type of growtﬁ e vic...:01ld growth:Second growth: 01d growthl
' 1 1
Digestion No. ........... N cer e TL=4165 0 T1-4167 : 4153
Chemicils consumed e “... percent: 48.1 60.6 e -

Yield (moisture-free wood basis): R : :
Screened pulp ...eciiiivii.an w... percent: 35.6 : 40.7 : 43.1

Screenings ... ... 00. .., +... Dercent: 0.0 : 0.1 : 0.4
Permanganate number . .............. ere i eeeat 23.2 24.5 : 24,1
'Strength of unbleached pulpg : : : :

Bursting strength ... pts. per 1lb. per rm.: 1.47 1.68 : 1.26

Tearing resistance..... g, per lb. per rm.: 1.83 1.52 g 2,60

Folding endurance ....,..... .. double folds: 2,060 : 2,160 o 1,000

Breaking length ................ evrevss m.: 10,300 12,400 : 8,600

lCooking_c'onditions were:

Sodium hydroxide .......voveiuvrns. veess 2B.85 grams per liter
~ Sodium sulfide ........ tsreeenierae.an. 9.37 grams per liter )
Total chemical ........... ... ........ e+ 24.84 percent of moisture-free wood
Active alkali .............. e . 19.38 percent of moisture-free wood
Liquor-wood ratioc ......... vissersees... 6.5:1 by weight
Sulfidity ...... Chresias e et .. 25 percent
. Maximum temperature .......iviiiviee.an. 160° C.
- Time to maximum temperature .,....... .. 180 minutes
o Total tlme oo iieviit i e .. 390 minutes

gBeater test data values intérpolated at 'a 450~milliliter Canadian Standard freeness.
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