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Abstract
The research presented in this paper reveals that

stress wave nondestructive testing techniques can be
used to evaluate the tensile, flexural, and internal bond
properties of wood-based composite materials. Results
of preliminary tests conducted to explore stress wave be-
havior in these materials were enlightening. They in-
dicated that wave speed and attenuation were material
properties related to the same mechanisms that control
these materials’ mechanical behavior. For example, the
tests revealed that wave attenuation, a parameter not
previously explored or used in wood-based composite
materials nondestructive testing programs, was relat-
ed to bonding characteristics and, therefore, may con-
tribute to the prediction of static properties. Results of
an experimentation program designed to develop and
explore mathematical relationships between stress wave
characteristics and the static mechanical properties of
wood-based composites verified preliminary findings. It
was concluded that stress wave speed and attenuation
could be used successfully to predict the static tensile
and flexural properties of these materials. More impor-
tantly, it was possible to predict these properties at lev-
els of accuracy previously considered unattainable. The
developed regression models accounted for over 94 per-
cent of these materials’ observed elastic properties and
for over 90 percent of their observed tensile and flex-
ural strengths. Useful correlations for internal bond
were also found.

Wood-based composite materials are manufactured
by bonding wood elements together with an adhesive
under elevated temperatures and pressures. Programs
currently used to evaluate the quality of such materi-
als require randomly removing a single full-sized panel
from a production line, taking it into the laboratory, and
destructively testing small sections sawn from it. When
these tests are completed, the mechanical properties of
that particular panel are fully known, but there is vir-
tually no assurance that the next panel, or the next 100

panels, will have the same characteristics, good or bad.
What is needed, therefore, is a quick and accurate non-
destructive method of evaluating the mechanical proper-
ties of these materials.

Longitudinal stress wave nondestructive testing
techniques show much promise for providing such an
evaluation. These techniques use low stress molecular
motions to measure two fundamental material proper-
ties: energy storage and dissipation. Energy storage is
manifested as the speed at which a wave travels in a
material. In contrast, the rate at which a wave attenu-
ates is an indication of energy dissipation. Jayne (2)
hypothesized that these properties are controlled by the
same mechanisms that determine a material’s mechan-
ical behavior. As a consequence, useful mathematical
relationships between stress wave and static mechan-
ical properties should be attainable through statistical
regression analysis techniques.

Early studies to verify this hypothesis were conduct-
ed with clear wood and lumber products. Jayne (2) was
successful in demonstrating a relationship between en-
ergy storage and dissipation properties, measured by
forced transverse vibration techniques, and the static
bending properties of small, clear wood specimens. Pelle-
rin (4) verified the hypothesis using free transverse vi-
bration techniques and dimension lumber. Kaiserlik (3)
furthered the hypothesis by using stress wave tech-
niques to evaluate the tensile strength of a small sam-
ple of clear lumber containing varying degrees of slope
of grain.
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Verification of Jayne’s hypothesis using stress wave
techniques on wood-based composite materials has been
limited to studies that have employed only energy stor-
age parameters in the prediction of mechanical proper-
ties of a limited spectrum of materials. Most encourag-
ing was work done by Pellerin and Morschauser (5).
They showed that stress wave speed could be success-
fully used to predict the flexural properties of underlay-
ment particleboard. Wave attenuation and its contribu-
tion to the prediction of mechanical properties has not
been investigated. This additional parameter may pro-
vide useful information about the mechanical behavior
of wood-baaed composites because it is controlled by in-
ternal friction mechanisms to which bonding character-
istics contribute significantly. In addition, due to the
wide range and complex interaction of manufacturing
parameters that combine to determine the mechanical
properties of wood-based composites, it would be benefi-
cial to test the validity of the hypothesis on a broad
spectrum of composites.

The research reported herein dealt with the appli-
cation of stress wave nondestructive testing techniques
to wood-baaed composite materials. Its primary objec-
tive was to determine whether stress wave speed and
attenuation characteristics could be used to evaluate the
mechanical properties of these materials. A secondary
objective was to explore stress wave behavior in wood-
based composites.

Exploratory studies: stress wave
behavior in wood-based composites

A series of experiments was conducted with several
3/4- by 6-inch by 4-foot specimens having widely differ-
ent mechanical properties in order to gain insight into
stress wave speed and attenuation behavior in wood-
based composites. The experimental setup shown in
Figure 1 was employed. Specimens were impacted at one
end using a pendulum impactor. The impactor was fit-
ted with a hardened steel ball approximately 7/8 inch
in diameter and mounted in a small frame. Particle ve-
locity of the midspan’s cross section in response to the
wave was observed and recorded using the instrumen-
tation described by Ross (6).

Figure 2 shows oscilloscope traces obtained by mon-
itoring the midspan particle velocity of the specimens.
As expected from elementary wave theory, observed par-
ticle velocity was always in the same direction. Note that

the number of pulses per unit of time is determined by
the speed at which a wave propagates back and forth
in a specimen and that the rate at which particle veloc-
ity of a cross section decays is a measure of the attenu-
ation of the wave (6). As evidenced by the number of
pulses per unit time, wave speed was highest through
the strong specimen and wave attenuation was greatest
for the weak specimen.

It was interesting to note that specimens correspond-
ing to the oscilloscope traces labeled intermediate and
weak were both underpayment grade particleboard. The
only difference between these two specimens was that
the weak specimen was poorly bonded. Stress wave
speed was found to be the same for both specimens while
the rate of wave attenuation was greater for the weak
specimen. This suggested that bonding characteristics
do not dramatically affect the speed at which a wave
travels, but do affect the rate at which a wave attenu-
ates. This was verified by the results of a linear regres-
sion analysis comparing stress wave speed and attenu-
ation characteristics to the static bending strengths of
a sample of materials containing sound and poorly
bonded specimens. Static bending rather than internal
bond (IB) tests were performed so that the stress waved
section could be destructively evaluated in its entirety.
A coefficient of determination (R 2) value of 0.33 was ob-
tained when stress wave speeds were compared to bend-
ing strength values. An R 2 value of 0.80 was obtained
when the average rate of wave attenuation was correlat-
ed to bending strengths.

The results of these preliminary experiments were
enlightening because they indicated that stress wave
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speed and attenuation characteristics were properties
related to the same mechanisms that control the me-
chanical behavior of wood-based composites. They also
revealed that wave attenuation was an important non-
destructive test parameter that might contribute sig-
nificantly when used in the prediction of static mechan-
ical properties. These encouraging results provided the
impetus for the following experiments that were con-
ducted to examine relationships between stress wave
characteristics and the static mechanical properties of
wood-based composites.

Materials and methods
A random sample of 160 2-foot by 8-foot wood-based

composite panels that incorporated a wide range of stat-
ic mechanical properties were obtained from several
North American particleboard manufacturers. These
commercial panels, whose characteristics are summa-
rized in Table 1, were selected as being representative
of the spectrum of panels currently produced by the
North American particleboard industry. They were
manufactured using various adhesive types, formula-
tions and levels, wood species, and several widely vary-
ing particle geometries.

Upon arrival at Washington State University’s
Wood Engineering Laboratory, two 6-inch-wide speci-
mens were cut from the larger panels, one each for stat-
ic bending and tension tests. These specimens were then
stickered and allowed to equilibrate at ambient condi-

tions, which was approximately 6 percent equilibrium
moisture content (EMC).

Stress wave behavior in each specimen was observed
and recorded using the experimental setup described in
the previous section. From this information, the aver-
age wave attenuation (ATT) and wave speed (C) were
determined. Each specimen’s weight, length, width, and
thickness were recorded. Dynamic modulus of elastic-
ity (MOEd) was calculated using the simple formula,
MOE d = C 2p.

Full size tension tests were conducted on the 6-inch
by nominal 8-foot tension specimens using Washington
State University’s tension machine. A loading rate of
2,000 pounds per minute was used. Axial deformation
of the specimens was measured using a linear variable
differential transformer (LVDT) acting on a gauge
length of 48 inches. From this information, elastic modu-
lus was calculated based on the load at 0.10 inch defor-
mation and actual cross-sectional dimensions. Ultimate
tensile stress was computed from load at failure and ac-
tual cross-sectional dimensions.

Static bending tests were performed on specimens
obtained from the 6-inch by nominal 8-foot sections us-
ing a Rhiele Universal Testing Machine. These tests
were conducted according to ASTM D 1037-78 (1) stan-
dards with the following modifications.  Specimens were
loaded at their third points using a span-to-depth ratio
of 36. This resulted in a larger area over which the max-
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imum bending moment would be applied as compared
to that of a centerpoint loading setup. In addition, this
center region would not be subjected to shear stresses
as would be the case of a specimen loaded at its mid-
span. In order to maintain a constant span-to-depth ra-
tio, the length of specimens obtained for each 6-inch wide
section varied as shown in Table 2. A specimen width
of 6 inches was used instead of the required width of 3
inches in an effort to reduce test result variability  that
may result from small specimen sizes.

Using an LVDT deflection measuring system, load
versus midspan deflection was continuously recorded.
From this information, elastic modulus was calculated.
Modulus of rupture (MOR) was calculated from load at
failure and actual cross-sectional dimensions.

Two 6- by 6-inch IB specimens were obtained from
the previously tested tension specimens. This size was
used instead of the 2- by 2-inch required size in an ef-
fort to reduce test result variability which might result
from small specimen sizes.

All IB specimens were tested to failure using a
Rhiele Universal Testing Machine. Loading rates were
applied as specified by ASTM Standard D 1037-78. Load
at failure was recorded for each specimen, together with
failure location.

Univariable and multivariable linear regression
analyses were used to examine the relationships be-
tween measured nondestructive parameters and the ten-
sile, flexural, and IB properties of the material tested.
Nondestructive parameters included specific gravity
(SG), wave speed (C), dynamic modulus of elasticity
(MOEd), and wave attenuation (ATT).

The mathematical regression equations used in this
analysis were assumed to be of the following form:

where:
P = property being estimated

K, x, y, and z = empirical constants
N 0, N l, and N 2 = nondestructive parameters

A linear regression analysis of the data was used to de-
termine values for K, x, y, and z. This was accomplished
by first taking the natural logarithm of Equation [1],
which resulted in the following:

ln (P)   = ln (K) + x ln( N 0) + y ln (N 1) + z ln (N 2) [2]
The coefficients and constants in Equation [1] were de-
termined with the aid of a computer using matrix al-
gebra and multiple linear regression analysis tech-
niques. The coefficients obtained were then substituted
into Equation [1] and an estimated value of each prop-
erty teated was obtained using measured nondestructive
parameters. A linear regression analysis of estimated
versus actual values was then performed to determine
how well each parameter estimated a particular prop-
erty.

Results and discussion
Tensile and flexural modulus of elasticity

Results obtained from the various regression anal-
yses are summarized in Table 3. Correlation coefficients
(R) obtained from these analyses indicated that SG is
a poor predictor of either tensile or flexural moduli. The
developed regression models, using SG as a predictor,
accounted for less than 1 percent of the materials’ ob-
served behavior.

A strong correlation existed between stress wave
speed and tensile and flexural static moduli. The devel-
oped model accounted for 96 percent of the materials’
observed tensile behavior and 94 percent of observed
flexural behavior.

Figures 3 and 4 show plots of tensile and flexural
moduli, predicted using MOEd, versus actual values.
Because of the wide range of properties observed,
predicted and actual values were plotted on logarith-
mic scales. These plots show that strong relationships
existed between MOEd and static moduli values. The
developed regression models accounted for over 93 per-
cent of the materials’ observed behavior.
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Ultimate tensile stress
and modulus of rupture

Constants for the equations and R values obtained
from the regression analyses are summarized in Table 3.
R values indicated that SG was a poor predictor of either
ultimate tensile stress or modulus of rupture (MOR). The
developed regression models, using SG as a predictor,
accounted for less then 1 percent of the materials’ ob-
served behavior.

Results obtained from the linear regression analyses
revealed that the developed regression models relating
ATT to ultimate stress values were statistically signifi-
cant. R values showed that these models accounted for
approximately 40 to 50 percent of observed behavior.

Plots of ultimate tensile stress and MOR values, pre-
dicted using MOEd, versus actual values are shown in
Figures 5 and 6. Values obtained from the linear regres-
sion analyses revealed that MOEd was a better predic-
tor of ultimate tensile stress and MOR than C. Since
MOE d is a function of C and SG. this shows that
although SG was a poor predictor of these properties,
it had an interactive effect that contributed significant-
ly when used in conjunction with C.

In an effort to obtain a better prediction model for
ultimate tensile stress and MOR, a multivariable
regression model relating these properties to SG, ATT,
and C was developed. Results of the regression analyses
and values for the constants in the equations are sum-
marized in Table 4.

A plot of ultimate tensile stress, predicted using the
developed multivariable model, versus actual ultimate
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tensile stress values is shown in Figure 7. This plot
shows that a strong correlation existed between predict-
ed and actual values. Results of the linear regression
analysis revealed that approximately 90 percent of the
materials’ observed behavior was accounted for by the
developed model. This showed that the multivariable
model was a better predictor of ultimate tensile stress
than MOEd because the regression model developed
utilizing MOEd accounted for only 88 percent of the
materials’ observed behavior. Also, the standard error
of estimate (Syx) was approximately 6 percent smaller
than the value obtained utilizing MOEd as a predictor.

It is important to note that the exponent correspond-
ing to ATT was found to be negative. This was expected
because stronger boards would have smaller ATT values
than weaker boards.

A plot of MOR, predicted using the multivariable
model, versus actual MOR values is shown in Figure 8.
The plot shows that a strong relationship existed be-
tween predicted and actual values. Results of the linear
regression analysis revealed that 94 percent of the
materials’ observed behavior was accounted for by the
multivariable model, whereas the model developed
utilizing MOEd accounted for only 88 percent of ob-
served behavior. This information, plus the fact that
Syx was approximately 16 percent smaller for this
model than that obtained using MOEd as a predictor,
showed that the multivariable model was a much bet-
ter predictor of MOR.

Mathematical regression models relating the vari-
ous nondestructive parameters and IB values of speci-
mens taken from structural flakeboard materials were
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a section.may contain areas of both high and low qual-

assumed to be of the same form as Equations [11 and [21.
Results of linear regression analyses revealed useful
relationships between predicted and actual values. A
correlation coefficient of 0.80 was found when the three-
parameter combination model incorporating SG, A’IT,
and C was used to predict IB values. Stronger relation-
ships would be expected if IB specimens were taken
along the entire length of the stress-waved section, as

ity material. The information obtained from the non-
destructive evaluation yielded average values for an en-
tire stress-waved section. IB specimens were not taken
along the entire section and, therefore, it was possible
that average stress wave characteristics were compared
with IB values for specimens taken from only high or
low quality areas.

Conclusions
Based on the results of these experiments, it can be

concluded that stress wave speed and attenuation
characteristics are related to the same mechanisms that
control the mechanical properties of wood-baaed com-
posite materials because they were strongly correlated
to static properties. More important, however, is the fact
that these nondestructive testing parameters allow for
the prediction of static mechanical properties at levels
of accuracy previously considered unattainable. The de-
veloped regression models accounted for 94 percent of
observed elastic behavior and for over 90 percent of ob-
served tensile and flexural strengths. Strong correla-
tions with IB properties were also found.
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The FPRS Editorial Staff encourages pub-
lication of brief technical notes to keep our readers
abreast of progress in research and production
developments.

An acceptable note could describe a research
project in progress, new or improved equipment or
techniques, an application of research findings to
current problems, or new and improved production
techniques. Because technical notes need to be

timely to be valuable, they are published much faster
than full-length papers.

Please tailor your contribution to 8 double-
spaced typed pages. Please remember that any illus-
trative or tabular material is part of the 8-page limit.

Address all contributions to the Editor, Forest
Products Research Society, 2801 Marshall Ct., Mad-
ison, WI 53705.
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