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PELLETIZED PONDEROSA PINE BARK FOR ADSORPTION OF 
TOXIC HEAVY METALS FROM WATER 

Miyoung Oh and Mandla A. Tshabalala* 

Bark flour from ponderosa pine (Pinusponderosa) was consolidated into 
pellets using citric acid as cross-linking agent. The pellets were 
evaluated for removal of toxic heavy metals from synthetic aqueous 
solutions. When soaked in water, pellets did not leach tannins, and they 
showed high adsorption capacity for Cu(ll), Zn(ll), Cd(ll), and Ni(ll) under 
both equilibrium and dynamic adsorption conditions. The experimental 
data for Cd(ll) and Zn(ll) showed a better fit to the Langmuir than to the 
Freundlich isotherm. The Cu(ll) data best fit the Freundlich isotherm, and 
the Ni(ll) data fitted both Freundlich and Langmuir isotherms equally. 
According to the Freundlich constant KF, adsorption capacity of pelletized 
bark for the metal ions in aqueous solution, pH 5.1 ± 0.2, followed the 
order Cd(ll) > Cu(ll) > Zn(ll) >> Ni(ll); accordingto the Langmuir constant 
b,  adsorption affinity followed the order Cd(ll) >> Cu(ll) ≈ Zn(ll) >> Ni(ll). 
Although data from dynamic column adsorption experiments did not 
show a good fit to the Thomas kinetic adsorption model, estimates of 
sorption affinity series of the metal ions on pelletized bark derived from 
this model were not consistent with the series derived from the Langmuir 
or Freundlich isotherms and followed the order Cu(ll) > Zn(ll) ≈ Cd(lI) > 
Ni(ll). According to the Thomas kinetic the theoretical maximum 
amounts of metal that can be sorbed on the pelletized bark in a column 
at influent concentration of ≈ 10mg/L and flow rate = 5 mL/min were 
estimated to be 57, 53, 50, and 27 mg/g for copper, zinc, cadmium, and 
nickel, respectively. This study demonstrated the potential for converting 
low-cost bark residues to value-added sorbents using starting materials 
and chemicals derived from renewable resources. These sorbents can 
be applied in the removal of toxic heavy metals from waste streams with 
heavy metal ion concentrations of up to 100 mg/L in the case of Cu(ll). 
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INTRODUCTION 

Large amounts of bark residues are generated annually by primary timber 
processing mills worldwide. In the United States alone, an estimated 2.2 million metric 
tons of bark residues were generated in 2002 (McKeever and Falk 2004). In Canada, 
approximately 1,200 tons of residual bark was generated daily by Quebec mills (Frigon et 
al. 2003). Bark residues are therefore one ofthe most abundant renewable resources that 
are available for conversion into high-value, environmentally sustainable biomaterials, 
including low-cost sorbents for treatment of water streams contaminated with persistent 
organic pollutants (Bras et al. 1999,2004; Ratola et al. 2003), toxic oily wastes (Haussard 
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et al. 2003) and reactive dyes (Morais et 1999). Several investigators have also shown 
that bark from various species adsorbs toxic heavy metals from water to different extents 
(Randall 1977; Deshkar et al. 1990; Reddy et al. 1997; Seki et al. 1997; Gaballah and 
Kilbertus 1998; Villaescusa et al. 2000; Aoyama and Tsuda 2001; Martin-Dupont et al. 
2002,2004,2006; Sekar et al. 2004). 

In a review of potentially low-cost sorbents for heavy metals, Bailey et al, (1999) 
concluded that inexpensive, effective, readily available materials such as bark can be 
used in place of activated carbon or ion exchange resins for removal of heavy metals 
from solution, although cost comparisons of sorbents are difficult to make due to the 
scarcity of consistent cost information. 

Concentrations of heavy metals in polluted streams vary, depending upon the type 
of heavy metal, source of pollution, stream location, and time of day. For example Van 
Hassel et (1980) found that heavy metal concentrations in stream water samples 
collected at three sites adjacent to highways were 2-6 µg/L for Pb; 8-43 µg/L for Zn; 1-
7 µg/L for Ni; and 0.1-1.1 µg/L for Cd. In a study on the assessment of heavy metal 
pollution at two South harbors, Fatoki and Mathabatha, (2001) found that at one 
of the harbors, heavy metal concentrations in sea water receiving industrial discharges 
and urban stormwater runoff ranged from 0.2-72 mg/L for Cd; 0.6-42.6 mg/L for Cu; 0.6-
16.3 mg/L for Pb; and 0.5-27.6 mg/L for Zn. 

Bark flour is effective for removal of toxic heavy metal ions from water because 
of its high content of polyhydroxy polyphenolic groups that are capable of chelating 
heavy metal ions (Gaballah, I., and Kilbertus, G., 1998). In addition, bark contains 
carboxylic groups, which can bind metals by ion-exchange mechanisms (Sakai, K., 
200 1). However, because bark also contains significant quantities of water-soluble 
extractives, including soluble tannins, which can be detrimental to aquatic life, the bark 
needs to be treated before it is used as a sorbent material for removal of contaminants 
from water. To avoid release of soluble tannins from the bark into the water, Haussard et 

(2003) treated the bark with microorganisms or with copper or chromium solution and 
Vazquez et al. (2002) used acidified formaldehyde. Earlier studies by Chow (1972) had 
indicated that water soluble phenolic substances in bark can be condensed into water-
insoluble polymers by high-temperature heating. The objective of our study was to 
investigate whether or to what extent bark powder consolidated into pellets, using citric 
acid as cross linking agent and subjected to high-temperature heat treatment absorbs toxic 
heavy metals from water, under both static and dynamic flow conditions, without 
contributing to high chemical oxygen demand (COD). 

MATERIALS AND METHODS 

Air-dried ponderosa pine (Pinus ponderosa) bark, obtained from a mill in St. 
Regis, Montana, U.S.A., was hammer milled into flour that passed through a 20-mesh 
screen. The flour was consolidated into pellets as described below. 

Anhydrous citric acid was purchased from GFS Chemicals (Ohio, U.S.A.) and 
carboxymethylcellulose (CMC) was purchased from Hercules (Wisconsin, U.S.A.). 
Standard solutions of Cu (II), Ni (II), Zn (II), and Cd (II) were purchased from Fischer 
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Scientific (New Jersey, U.S.A.) and diluted with deionized water to the appropriate 
concentration, as needed. Metal concentration in solution was determined by inductively 
coupled plasma atomic emission spectroscopy (ICP-AES). 

Preparation of Pelletized Bark 
Bark flour was mixed with CMC, citric acid, and deionized (DI) water in the 

proportions shown in Table 1. The ingredients were mixed thoroughly to form a stiff 
paste. CMC was used as a rheology modifier for pellet extrusion (Kulicke, W-M., et al., 
1996). Citric acid was used as crosslinking agent to enhance the wet strength or water-
soak properties and dimensional stability of the pellets (Caulfield, 1994). The stiff paste 
was extruded into cylindrical pellets, which were conditioned for 1 h at 180°C in a 
forced-draft furnace. The pelletized bark is shown in Figure 1. Type I pellets were 
selected for further studies because these pellets showed optimal wet strength and 
hydraulic conductivity in preliminary column experiments, and could be regenerated 
several times without measurable loss of weight and sorption capacity. 

Characteristics of Pelletized Bark 
A random sample of 10 pellets was taken for measurement of pellet size and 

breaking weight. Pellet size was measured by means of an electronic digital caliper, and 
breaking weight was measured on an Instron testing machine. Breaking weight is defined 
as the maximum compression load on the pellet just prior to failure. 

The liquid-accessible pore volume of the pellets was measured according to the 
method described by DesMarais et al., (1993). For that purpose, 1.0-g samples of the 
pellets, weighed accurately to four decimal places, were immersed in DI water at 26.5 ± 
0.2°C for 8 h. At the end of this period, the pellets were removed from the water, dabbed 
lightly with a piece of absorbent tissue paper to remove excess water from the surface, 
and weighed. Liquid-accessible pore volume Vacc was calculated as 

where Wwet is weight (g) of the sample after saturation with DI water, Wdry is initial 
weight of the sample at 30% RH, 27 ± 1°C, and dwater is density (g/cm3) of DI water at 
26.5°C. Characteristics ofthe pelletized bark are summarized in Table 2. 

Leaching characteristics of the pelletized bark were determined by comparing the 
chemical oxygen demand and UV-visiblespectrum of 40 mL DI water before and after 
equilibration at room temperature (25±1°C) for 2 h with 1 g pelletized bark. COD of DI 
water before and after equilibration were 0.55 ± 0.47 and 6.2 ± 3.0 mg/L, respectively. 
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Fig. 1. Pelletized bark (Type I). 

Because the DI water before and after equilibration with the bark pellets did not show the 
UV-visible  absorbance band with λmax = 280 nm, which is characteristic of tannins, it can 

Table 2. Characteristics of Pelletized Bark-Type  I 
Parameter Value 
Shape Cylindrical 
Length, mm 11.60 ± 2.11 
Diameter, mm 3.28 ± 0.16 
Breaking weight, kg/pellet 6.15 ± 2.0 
Shipping weight, g/L 310 
Liquid-accessible pore volume, cm3/g 0.8-1.0 

be concluded that no tannin leached from the bark pellets. The slight increase in COD 
may have been from soluble carbohydrates leaching from the pellets. 

Equilibrium Adsorption Experiments 
Equilibrium adsorption experiments were performed in triplicate by adding 0.5-g 

aliquots of pelletized bark to labeled 125-mL polyethylene bottles. 20-mL aliquots of 
Cu(II), Zn(II), Ni(II), or Cd(II) solutions of various initial concentrations ( C0 = 0.1, 0.5, 
1.0, 2.0, 5.0, 10, 50, 100, 200, 500 mg/L), pH 5.1 ± 0.02, were equilibrated at 25 ± 1°C 
with the pelletized bark by shaking the capped bottles for 24 h on a horizontal shaker at 
150rpm. Preliminary experiments had indicated that equilibrium could be reached within 
2 At the end of this period, equilibrium concentration Ce of the metal ion in the 
supernatant liquid was determined by ICP-AES (USEPA Method 6010B, 1996). 
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Adsorption Kinetics Experiments 

Adsorption kinetics experiments were performed in l-L solutions with 1.0 g 
samples of the pelletized bark. The initial metal ion concentration in solution was 10 
mg/L, and initial pH was 2, 4, or 6. The initial pH ofthe solution was adjusted by adding 
0.1 M HNO3 or KOH as needed. The suspension was stirred using a magnetic bar, and 1 -
mL aliquots of the supernatant liquid were withdrawn for metal concentration 
determination by ICP-AES at various time intervals during the 2-h experiment. 

Dynamic Adsorption Experiments 
Dynamic adsorption experiments were conducted in a glass column, 25 mm in 

diameter and 400 mm in length. The column was packed with 40 g pelletized bark to a 
bed height of 300 mm. Five column volumes of DI water were pumped through the 
column before each metal ion solution of a given initial concentration was pumped 
through the column at a flow rate of 5 mL/min. The initial metal ion concentration of the 
solutions was Cinfl = 1, 10, 25, 50, 70, 100,250 mg/L. The column effluent was collected 
in test tubes by means of a fraction collector, and the effluent metal ion concentration 
Ceffl was determined by ICP-AES. 

RESULTS AND DISCUSSION 

Adsorption Isotherms 
The amount ofmetal ions adsorbed at equilibrium, qe (mg/g), was calculated as 

where C0 and Ce are concentrations (mg/L) of metal ions in the initial and equilibrium 
solutions, respectively, V is volume (L) ofthe initial solution taken for equilibration, and 
W(g) is the weight ofthe pellets taken for equilibration. 

Experimental results obtained for adsorption of metal ions at equilibrium were 
analyzed by both the Freundlich and Langmuir adsorption isotherms. The Freundlich 
isotherm is described by 

where KF is a constant related to the adsorption capacity and n is an empirical parameter 
related to the intensity of adsorption, which varies with the heterogeneity of the 
adsorbent. Adsorption is favorable for values 0.1 < l/n < 1 (Namasivayam and Yamuna 

The Langmuir isotherm1992; Raji and isAnirudhan described by 

where qmax is the maximum amount of adsorbate per unit weight of adsorbent and b is a 
parameter related to the free energy of adsorption of a monolayer of the adsorbate. It 
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reflects the adsorption intensity and characterizes the affinity of the adsorbent for the 
adsorbate. 

Fig. 2 shows Freundlich and Langmuir adsorption isotherms for Cu(II), Zn(II), 
Ni(II), and Cd(II) ions on pelletized bark. Isotherm parameters for adsorption of each of 
the metal ions on pelletized bark are summarized in Table 3. As shown by the values of 
the root mean squared errors of the nonlinear least squares fit (RMSE), the experimental 
data for Cd(II) and Zn(II) showed a better fit to the Langmuir than to the Freundlich 
isotherm. The Cu(II) data best fit the Freundlich isotherm, and the Ni(II) data fitted both 
Freundlich and Langmuir isotherms equally. According to the Freundlich constant KF, 
adsorption capacity of pelletized bark for the metal ions in aqueous solution, pH 5.1 ± 
0.2, followed the order Cd(II) > Cu(II) > Zn(II) >> Ni(II); according the Langmuir 
constant b, adsorption affinity followed the order Cd(II) >> Cu(II) ≈ Zn(II) >> Ni(II). 

forTable 3. Freundlich metaland Langmuir isotherm ion adsorption 
on pelletized bark, pH 5.1 ± 0.2 

Table 4. Pseudo-first- and second-order kinetic parametersfor Cu(II)sorption 

Table 5. Pseudo-first-and second-order kinetic parameters for Zn(II) sorption 
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Fig. 2. Freundlich and Langmuir adsorption isotherms for Cu(ll), Zn(ll), Ni(ll), 
and Cd(lI) ions on pelletized bark. [Note: markers (+) represent experimental 
data points, and the lines (-----) represent the fitted isotherms] 
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Adsorption Kinetics 

Experimental data were analyzed by both pseudo-first- and second-order kinetic 
models, as described in the following equations, respectively (Ho and McKay 1999): 

(5) 

(6) 

where k1 is the rate constant of the pseudo-first-order model (1/min), k2 is the rate 
constant of the pseudo-second-order model (g/mg/min), qe is the amount of solute 
adsorbed at equilibrium (mg/g), qt is the amount of solute adsorbed on the surface of the 
sorbent at any time t (mg/g), and ε denotes random error. 

The kinetic parameters for metal ion sorption on pelletized bark determined by 
fitting the experimental data to both pseudo-first- and second-order kinetic models are 
summarized in Tables 4-7. As shown by the values of RMSE, sorption of metal ions on 
pelletized bark, except for Cd(II), best fit the pseudo-first-order kinetic model under all 
three pH conditions, 2 , 4  and 6. Cd(II) deviated from this trend at pH 4, where it best fit 
the pseudo-second-order kinetic model. 

Adsorption kinetics of a given metal ion on pelletized bark are determined by its 
characteristic solution chemistry and by the surface chemistry of the pelletized bark. 
Specifically, solution pH plays an important role in determining both the nature of metal 
ionic species available in aqueous solution and the nature and concentration of adsorption 
sites on the bark pellet. Bark pellets have a high content of polyphenolic 
groups that are capable of chelating heavy metal ions. In addition, bark pellets contain 
carboxylic groups that can bind metals by ion-exchange mechanisms (Vázquez et al., 
2002; Martin-Dupont et a1 2006). Availability of ion-exchange groups is strongly 
influenced by pH. Thus at low pH values, carboxylic groups should be predominantly 
non-ionized, and therefore unavailable for ion-exchange with a metal ion. However as pH 
increases, more and more carboxylic groups will be ionized and become available for 
ion-exchange with a metal ion. On the contrary, the distribution of hydrolysis species of 
metal ions as a function of pH is different for each metal ion. Thus, each metal ion will 
show its own characteristic adsorption kinetics depending on the distribution of its 
hydrolysis products at a given solution pH. 

Cu(II) adsorption kinetics 
The speciation diagram for Cu(II) indicates that in the pH range 2-4.9, Cu(II) ions 

in aqueous solution may exist in two forms: Cu(aq)2+ and Cu(NO3)+. In the pH range 5.0-
6.0 an additional two species may appear: Cu(OH)+ and Cu(OH)aq (Vuceta and Morgan 
1977). Thus, adsorption kinetics of Cu(II) ions will be limited by the rate of adsorption of 
the dominant species at a given solution pH. As shown in Table 4, qe values for Cu(II) 
sorption predicted by both kinetic models decreased with increase in pH. However both 
pseudo-first-order (k1) and pseudo-second-order (k2) rate constants showed a maximum at 
pH 4. This suggests that the rate of Cu(II) sorption is determined by Cu(aq)2+ ion 
concentration, and as this concentration decreases at pH greater than 4, the rate of Cu(II) 
sorption decreases accordingly because of formation of other Cu(II) species, such as 
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Table 6. Pseudo-first- and second-order kinetic paramenters for Cd(II) sorption 

paramenters Ni(II) sorptionTable 7. Pseudo-first- and second-order kinetic for 

Cu(OH)aq in solution that are not adsorbed by ion-exchange reaction with H+ ions on the 
bark pellets. Gaballah and Kilbertus, 1998 also reported a similar trend in pH dependence 
of Cu(II) adsorption on modified pine bark. 

Zn(II) adsorption kinetics 
The speciation diagram for Zn(II) indicates that in the pH range 2-6.5, Zn(II) ions 

in aqueous solution exist only in one form, Zn(aq)2+ (Zhang and Muhammed 2001). 
Thus, adsorption kinetics of Zn(II) ions should be independent of pH in the range 2-6. 
Indeed, as shown in Table 5, no relationship is apparent between solution pH values and 
qe values or pseudo-first- and second-order rate constants (k1 and k2, respectively) for 
Zn(II) sorption on bark pellets. This suggests that interaction of Zn(II) in the pH range 2-
4 is not by ion-exchange with H+ ions on the bark pellets, but rather involves other 
mechanisms, such as surface complexation or hydrogen-bonding between the hydrated 
Zn(aq)2+ ions and the bark polyhydroxyl-polyphenolic groups (Ravat et al., 2000; Reddy 
et al., 1997). 

Cd(II) adsorption kinetics 
Similar to Zn(II), at pH values below 7, Cd(II) exists in aqueous solution only as 

the Cd(aq)2+ species (Leyva-Ramos et al. 1997). Accordingly, its adsorption kinetics on 
bark pellets should also be similar to that of Zn(II). As shown in Table 6 there was no 
correlation between solution pH and qe values or the rate constants k1 or k2 for Cd(II) 
sorption on bark pellets. Thus, a reasonable conclusion is that in the pH range 2-6, 
adsorption mechanism of Cd(II) is by surface complexation with polyphenolic groups in 
the bark. This is consistent with observationsmade by Ravat et al., (2000) that sorption of 
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Cd(II), Zn(II) and Ni(II) on lignocellulosic substrates showed less dependence on pH 
than that of Cu(II). 

Table 8. Some physical and chemical 
characteristics of metal ionsa 

Ni(II) adsorption kinetics 
Although at pH values below 7 Ni(II) exists in aqueous solution only as the 

Ni(aq)2+ species (Ji and Cooper 1996) its absorption kinetics on bark appeared to be 
similar to Cu(II) adsorption kinetics because the qe values showed a decrease with 
increase in pH from 2 to 6. However, unlike CVu(II), rate constants k1 and k2 showed a 
minimum at pH 4 (Table 7), which is difficult to explain. However, above pH 4 the 
increase in the rate constant appears to be consistent with H+ ion-exchange reaction 
mechanism. 

Table 8 shows some physical and chemical characteristics of metal ions that may 
have a bearing on their respecieve rates of reaction with the ligands on the bark. As a first 
approximation, it can be argued that the ease with which each hydrated metal ion reacts 
with a ligand on the bark sorbent should be determined by how readily a molecule of 
water is displaced from its hydration shell. The hydration enthalpy ?Hh corresponds to 
the energy required to displace H2O molecules from caations and there fore reflects how 
easily the cation reacts with a ligand located on the bark; the higher the hydration 
enthalpy, the more difficult for the cation to react with the ligand on the bark. For the 
cations under consideration in this study, hydration enthalpy follows the decreasing 
order: Ni(II) > Cu(II) > Cd(II) > Zn(II), which should translate to the following 
decreasing order of theoretical affinity of the cations for the bark ligand: Zn(II) > Cd(II) 
> Cu(II) > Ni(II). However this order of theoretical affinity is not in agreement with out 
experimental data. In the case of divalent cations, the first hydrolysis constant, pKpq 

represents the extent to which the cation is converted to a monovalent species, M(OH)+ 

by hydrolysis. For the cations under consideration in this study, the first hydrolysis 
constant follows the decreasing order: Zn(II) > Cu(II) > Cd(II) > Ni(II), which is in better 
agreement with our experimental data. This supports the hypothesis that in addition to the 
effect of pH on the speciation of each metal ion, pH effect on the degree of ionization of 
the carboxyl (R-COOH), hydroxyl (R-OH) and phenolic (φ-OH) ligands on the bark is 
equally important. Thus under a given set of solution conditions, such as pH and ionic 
strength, each metal ion species, depending on its respective physical and chemical 
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characteristics, will react more .readily with those ligands that are available under the 
given pH conditions. 

Dynamic Adsorption Experiments 
Breakthrough curves for Cu(II), Zn(II), Ni(II), and Cd(II) are shown in Figure 3. 

The breakthrough volume, defined as the volume of column effluent where the ratio of 
the effluent-to-influent concentration of a metal ion is equal to 0.5, was estimated from a 
logarithmic curve fit of the experimental data. The regression equations and the value of 
breakthrough volumes, calculated from these equations for each of the ions, are 
summarized in Table 9. Breakthrough volumes decreased in the order Cu(II) > Zn(II) > 
Cd(II) > Ni(II) at influent pH 5.1 ± 0.2. 

To determine the amount of metal ion adsorbed per unit weight of pellets under 
flow through column conditions, the breakthrough data were fitted to the linearized form 
ofThomas equation (Kapoor and Viraraghavan 1998): 

Fig. 3. Breakthrough curves for Cu(ll), Zn(ll), Ni(ll), and Cd(lI) at 
flow rate 5 mL/min, influent pH 5.1 ± 0.2, influent concentration
 ≈ I 0.0 mg/L. 

Table 9. Calculated breakthrough volumes of Cu(ll), Zn(ll), 
Ni(ll), and Cd(lI) on pelletized bark at flow rate 5 mL/min, 
influent pH 5.1 ± 0.2. and influent concentration ≈ 10.0 ma/L 
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(7) 

where Cinf and Ceff are solute concentrations (mg/L) in the influent and effluent, 
respectively, k is the Thomas rate constant (ml/min mg), q0 is the maximum solid-phase 
concentration of solute (mg/g), M is the mass of adsorbent (g), V is the throughput 
volume (mL), and Q is the volumetric flow rate (mL/min). 

As shown in Table 10, the experimental data did not show a good fit to the 
Thomas model regression equation. Consequently, q0 values calculated according to this 
model should be treated as approximations of the actual values. The amount of metal ion 
adsorbed per unit weight of pellets decreased in the order Cu(II) > Zn(II) > Cd(II) > 
Ni(II). This affinity sequence is almost consistent with that obtained from adsorption 
isotherm experiments described above, with Zn(II) and Cd(II) in reversed positions. 

Table 10. Thomas adsorption model parameters for dynamic 
adsorption of Cu(ll), Zn(ll), Ni(ll), and Cd(ll) on pelletized bark at 
flow rate 5 mL/min, influent pH 5.1 ± 0.2, and influent concentration 
≈ 10.0 mg/L 

Pellet Regeneration and Metal Recovery 
Pellets were regenerated by gentle stirring in 0.5 M HNO3 for 12 h. Figure 4 

shows breakthrough curves for six influent concentrations ofcopper (1, 25, 50, 70, 100, 
250 mgL) passed successively through the column packed with virgin or regenerated 
pellets. There was practically no difference between the performance of the virgin and 
regenerated pellets, except at the high influent concentration (250 mg/L). 

It is also important to note that recovery of the metals in dilute nitric acid has the 
effect of concentrating the metals in solution from which they could be recovered by 
suitable precipitation or electrochemical methods. The regenerated bark pellets could 
then be safely used as hog fuel in cogeneration plants. 

CONCLUSIONS 

Bark flour from ponderosa pine was consolidated into pellets, using citric acid as 
agent. The pellets were subjected to high-temperature heat treatment. 
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1. The pellets did not leach tannins when soaked in water. In the pH range 2-6, the 

pellets showed different capacities for removal of heavy metal ions from synthetic 
metal ion solutions. 

2. The equilibrium amount qe of Cu(II) adsorbed per gram of sorbent increased from 
approximately 0.5 at pH 6 to 0.7 at pH 2, and for Zn(II), from approximately 
0.4 to 0.7 mg. 

3. For Cd(II) and Ni(II), no pH effect was apparent on the amounts adsorbed per gram of 
sorbent, which ranged from approximately 0.4 to 0.5 and 0.3 to 0.4 
respectively. 

4. This study demonstrated the potential for converting low-cost bark residues to value-
added sorbents using starting materials and chemicals derived from renewable 
resources. These sorbents can be applied in the removal of low-concentration toxic 
heavy metals from waste streams. 

Fig. 4. Breakthrough curves for six influent 25,concentrations 
50, 70, 100,250 mg/L) ofCu(lI) passed successively through 
column packed with virgin and regenerated pellets. 
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