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A B S T R A C T  
The percentage mass loss of loblolly pine 
(Pinus taeda) wood cube specimens exposed to 
Gloeophyllum fungus (Gloeophyllum trabeum) 
for increasing periods of time ranging from 1 to 
12 weeks was recorded after being subjected to 
controlled decay following ASTM International 
standard ASTM D 1423-99. The specimens’ 
corresponding volume loss due to decay and 
corresponding densities were calculated using 
X-ray computed tomography. Blocks decayed for 
12 weeks experienced, on the average, the 
greatest loss of mass volume and 
density For each of the three principal 
material directions of these specimens with 
controlled decay, ultrasonic longitudinal and shear 
velocity values, along with the corresponding 
attenuation values, were measured using longitu­
dinal and shear ultrasonic transducers with a 
center frequency of 100 kHz. Because of the rela­
tively small size of the wooden specimens, a steel 
delay line was used, along with waveform 
averaging and the phase-comparison technique, 
to measure velocities. It was observed that the 
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velocities increased with increasing frequency and 
decreased with increasing amount of decay, while 
the corresponding attenuation values increased 
with increasing frequency and amount of decay. 
Towards estimation of velocity and attenuation 
values, polynomial expressions fitted to the experi­
mentally obtained data are presented for the 
frequency band of 4.5 to 200 kHz and up to a mass 
loss of 40%. 
KEYWORDS: loblollypine,wood,wood decay, rot, 
X-ray computed tomography, wood density. 

Introduction 
The process ofwood decay in wooden structures jeopardizes 
their structuralfitness-for-service, creating risks to humanlife 
and property (Goodell, 2003; Goodell and Xu, 2000; Green 
and Highley, 1996). There have been several attempts to 
inhibit the decay process from occurring altogether. 
However, the best preservative techniques available today 
have not been able to truly preserve wood or wood 
composites against the natural process of decay (Curling 
et al., 2002; Eaton and Hale, 1993; Highley, 1999; Koenigs, 
1974; Tanaka et al., 1994). Wood decay causes the expen­
diture of significant financial resources annually in repair, 
rehabilitation and reconstruction efforts. For example, in 
the United States there are more than 42 million wooden 
utility poles for power distribution purposes. These poles 
are commonly deteriorated by fungi, which effectively decay 
(or rot) the wood. One major U.S. power supplier owns 
approximately 2.4 millionutilitypoles (Beall et al., 1994). 
Assuming an approximate replacement cost of $2000 per 
pole, a 1% reduction of removals would save approximately 
$240 000 annually. The natural process of wood decay is 
also occurring in real estate structures, where millions of 
dollars in wooden real state transactions occur daily 
without being inspected for decay, and in other wooden 
infrastructures such as telephone poles, bridges, piles and 
so on. This decay process decreases the dynamic strength 
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of the wood considerably, which can also lead to unex­
pected failures. For a comprehensive literature review of 
wood decay, see outside references (Beall et al., 1994; 
McGovern, 2011; Senalik et al., 2010; Titta et al., 1998). 

For wood decay to occur, it only requires the presence of 
moisture with the appropriate temperature (Cowling, 1961; 
Highley, 1977; Goodell, 2003; Goodell and Xu, 2000; Green 
and Highley, 1996). During decay, there is a significant 
amount of mass loss (the longer the exposure to decay, the 
larger the mass loss), as well as stiffness and strength loss 
(Curling et al., 2002). As a result, monitoring wood decay is 
necessary for ensuring structural serviceabilityand safety 
requirements. To date, no practical nondestructive testing 
and evaluation technique has proven able to detect and 
monitor in situ the entire decay process of wooden structural 
components. Typically, these techniques detect decay only 
when it is alreadyvisible on the surface of wooden compo­
nents, which by then are already in an advanced state of decay 
and do not need advanced detection techniques. 

ASTM D 1413 was developed to determine the minimum 
amount of preservative that is effective in preventing (that is, 
delaying) decay of selected wood species by selected fungi 
under optimum laboratory conditions (ASTM, 2003). In this 
paper, 25.4 mm loblolly pine (Pinus taeda) wooden cubes 
(without any preservatives) were exposed to Gloeophyllum 
trabeum fungus from periods of 1 to 12 weeks. The amount 
of decay (that is, mass loss) was then evaluated using 
ASTM D 1413 (ASTM, 2003). 

While ultrasonics and acousto-ultrasonics have shown the 
potential to detect and assess wood decay, there is no compre­
hensive published data regarding the change in velocity and 
attenuationvalues as a function of mass loss caused by wood 
decay (Beall et al., 1994; Senalik et al., 2010; Titta et al., 
1998). This paper addresses this need for loblolly pine wood 
(P.taeda). 

Test Specimens and Results using ASTM D 1413 
ASTM D 1413 was used to obtain wooden specimens 
with decay under controlled conditions.Loblolly pine wood 
(P. taeda) was cut into 70 cube block specimens, 25.4 mm on 
each side, as in Figure la. The wooden cubes were brought to 
constant moisture equilibrium of 30%relative humidity at 
300 K (27 °C) for three weeks, and their weight was measured 
to the nearest 0.01 g prior to submittingthem to the process 
of decay. A wood-destroying fungus (G. trabeum) was grown 
on a feeder strip. Ten blocks were not exposed to the decay 
process and were labeled as control blocks. The remaining 
60 blocks were divided into 12 groups of five block specimens 
each and were placed in contact with the feeder strip. The 
blocks were oriented with the grains perpendicular to the 
plane of the strip, as illustrated in Figure la, which also illus­
trates the coordinate system assigned to the blocks used in 
this study. These 12 groups of five blocks each remained in 
contact with the feeder strip from one week up to 12weeks. 

Figure 1. Wood block specimens: (a) assigned reference coordinate 
system for the wooden cubes and terminology used in this study; 
(b) the three principal material axes and three different wave polar­
ization for each axis; and (c) block of sound wood (left) versus block 
of wood exposed to 10 weeks of controlled decay (right). 

At the end ofeach week, one group offive blocks was 
removed, and each ofthe five blocks was weighed to the 
nearest 0.01 g. Figure lb shows the three principal material 
axes and the three differentwave polarizations associatedwith 
eachoftheaxesusedduringmechanicalwavetesting.Figure 1c 
shows twoblocks forvisual comparison; one blockhas no 
decay and the other was exposed to the controlled decay 
processfor 10weeks. 

Figure 2a shows the percent ofmass loss for the wooden 
blocks after being submitted to the process of controlled 
decay from 1 to 12 weeks. In Figure 2a, the error bars repre­
senttwostandard deviations.Pleasenotethatthepost-decayed 
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mass of some of the block specimens subjected to only one 
week of controlled decay were higher than the original mass, 
perhaps caused by the initial moisture absorption. Figure 2a 
clearly indicates that the specimens continuouslylost mass 
during the decay process. While ASTM D 1413 provides a 
technique for evaluating wood species more resistant to the 
natural process of decay, or t o  evaluate the effectiveness of 
differentwood treatments against wood decay, the standard 
only provides the final value of mass loss for each specimen.It 
does not clarifythe transition between the sound and decayed 
wood within each specimen or how the decay progresses 
within the specimen. To evaluate the decay process, X-ray 
computed tomography of the wood block specimenswas also 
carried out. 

X-ray Computed Tomography 
A computed tomography scanner was used to scan the block 
specimens with a rotation of 0.8 s, a field ofview of 269 mm 
and a slice thickness of 1.25 mm at 80 kV and 45 mA. Volume 
calculations were carried out for each block exposed to the 
controlled decay process using the computed tomography 
scan data. Figure 2b shows the normalized volume ofthe 
specimens computed using the computed tomography scan 
data, where the length of the error bars represented two 
standard deviations. The approximations during the volume 
calculations using computed tomography data introduced the 
most error. For the pixel dimension at 0.52 mm, and a slice 
depth of 1.25 mm, the upper bound of the total possible error 
in the volume calculations using the computed tomography 
data was 5.8%. To further reduce this error would require a 
decrease in slice depth and an increase in pixel resolution. The 
local density for each wooden block was computed using the 
computed tomography data and the measured mass of the 
wood block specimens after being exposed to the controlled 
process of decay. Figure 2c shows the computed specimen 
volume average density normalized to the original density for 
each group to illustrate the approximate average density loss. 
Again, in Figure 2c the lengths ofthe error bars are equivalent 
to two standard deviations. 

Visual inspection of the wood block specimens subjected 
to decay under controlled conditions led to the observation 
that wood decay does not occur in a uniform manner. The 
process of decay starts at the surface in contact with the fungi 
and progresses towards the opposite surface. Figure 1c, a 
visual comparison between a block subjected to 10 weeks of 
decay and one ofthe control blocks, clearly shows this 
phenomenon. Note the difference in color between the two. It 
can visually be seen on the decayed block that the material 
associated with the face in contact with the fungi has experi­
enced a significantly larger volume decrease than the material 
on the opposite face. As a result, the decayed blocks are not 
perfect cubes, as they became increasingly distorted the 
longer they were exposed to the fungi. Note that the 
and density loss increased (in general)' with the number of 

Figure 2. Results from controlled decay: (a) percent loss of mass of 
blocks after being subjected to controlled decay; (b) volume after 
decay normalized to the original value of 16.4 mm3. where the 
volume of the specimens was calculated using X-ray computed 
tomography data; and (c) volume average density of each specimen 
after decay normalized to its original density (assuming an original 
volume of 16.4 mm3). Lengths of the error bars are equivalent to two 
standard deviations. 
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Figure 3. Density of decayed blocks: (a) averaged density for the control blocks (the average was performed along the height for the control 
blocks); and (b) densities averaged along height for blocks decayed from one week to 12 weeks. 
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weeks of exposure to decay, where week 12 had the most loss. 
As illustrated in Figure 2a, the mass loss results indicate that 
considerable mass loss can be associated with increased 
exposure to wood-destroying fungi (or increased decay). 
Similarly, as illustrated in Figure 2b, the volume calculations 
confirm that a volume loss is associated with increased decay. 

The average densities ofthe wooden blocks (averaged 
along the height dimension, see Figure 1) were computed and 
plotted. Figure 3a shows this average density for the control 
blocks. Figure 3b shows this average density for blocks 
exposed to control decay from 1 to 12 weeks. These plots 
make it easy to see how the blocks experienced the most 
density loss at the face in contact with the fungi and how the 
level ofdecay (that is, mass loss) decreased progressively 
towards the opposite face. In Figure 3b the blocks subjected 
to only one week of decay seem to have experienced minimal 
to no density loss on the surface not in contact with the fungi; 
the average density value at this point was approximately 
600 kg/m3. At the surface in contact with the fungi, blocks 
with one week of decay had an average density of approxi­
mately 570 kg/m3; thus, they seem to have experienced a 
relatively small density loss at the surface in contact with the 
fungi. These results indicate that decay can be detected by 
X-ray computed tomography as early as one week based on 
the relative density change. In contrast, Figure 3b also shows 
that specimens with 12 weeks of exposure to fungi experi­
enced a density loss throughout the entire block with average 
densities ranging from 275 kg/m3 at the surface in contact 
with fungi to 400 kg/m3 at the opposite face. 

Figures 4a and 4b show the average densities of the 
wooden blocks along cross-sectional areas normalized using 
the average density ofthe control blocks. These average 
density values were plotted versus the specimen’s depth 
(Figure 1), and two different plots are shown for viewing 
simplicity. Please note that specimens exposed to decay for 
only one week had a higher mass post-decay than the control 
block; thus, the density was higher, perhaps caused by 
moisture absorption. For this reason, a dotted line was drawn, 
which depicts week 1 translated so that the maximum values 
coincide with the values associated with the control blocks. 
This allows the observation that there is a small measurable 
density loss at the surface in contact with the fungi when 
exposed for one week of controlled decay. 

The percent densityloss versus depth (Figure 1c) is plotted 
inFigure 4c. Theseresults indicatethatnoticeable densityloss 
occurred from decay in a relatively shortperiod oftime (that is, 
oneweek). Note how specimens exposed to 12 weeks ofdecay 
lost 47% oftheir density at the face in contactwith the fungi and 
experiencedonlya28%lossontheoppositeface. Conversely, 
specimenswith one weekofdecayappearto have experienced 
onlya 5% densityloss ontheir most decayed face.Again, the 
dotted line in Figure 4c depicts a translatedline for specimens 
with one week ofdecay so that their minimum values coincide 
with the values associatedwith the control specimens. 

Figure 4. Percentage density loss of decayed blocks: (a) densities 
averaged along height and width and normalized to the average of 
the control density for blocks decayed 1, 3, 5, 7, 9 and 11 weeks, 
(b) densities averaged along height and width and normalized to the 
average of the control density for blocks decayed 2, 4, 6, 8, 10 and 
12 weeks; and (c) percentage of mass density loss plotted along the 
depth for all blocks subjected to controlled decay. The dotted line 
represents the results for specimens exposed to one week of 
controlled decay translated so that its maximum values are equiva­
lent to the average density of the control blocks. 
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Ultrasonic Measurements 
As shown in Figure 1, the wooden cubes had a multilayered 
structure and, therefore, may be dispersive at relatively higher 
frequencieswhen the wavelength is on the same order of 
magnitude as the dimensions of the cube/growth ring thick­
ness. Also, the latewood and earlywood had different densities 
and material properties, where the density and velocities for 
latewood are typically higher than those of earlywood (Bucur, 
2006; Bucur and Archer, 1984; Bodig andJayne, 2003). 
Figure 1 b  shows the three principal material directions and 
associated velocities, including the different polarization of 
the shear waves. During the controlled decay process, the 
wooden specimenswith a nominal dimension of 25.4 mm had 
a non-uniform volume reduction. For example, the specimens 
exposed to 12 weeks of decay had a volume loss of ~30% and 
the smallest cross-section dimension measured was approxi­
mately 14.5 mm. This change in dimension is illustrated in 
Figure 1c. Figure 1c also shows that the initially parallel 
wooden cube faces were distorted after exposure to decay. 
Because of a lack of parallel surfaces in the decayed wooden 
cubes, the cubeswere sanded to restore parallel reflective 
surfaces.The sandingprocess was carefully done because of the 
fragile nature ofthe decayed cubes. Carewas also taken to keep 
the wooden specimens at a constant relative humidity of 30% 
and at a room temperature ofapproximately 300 K (27 °C). 

Contact ultrasonic transducers with a center frequency of 
100 kHz were used, with the longitudinal and shear trans­
ducers having an element diameter of 38.1 and 25.4 mm, 
respectively. Vacuum grease was used as an ultrasonic 
couplant,because the transmission losses were relatively low 
(Bucur, 2006; Bucur and Archer, 1984). However, wood can 
absorb couplant over time because it is porous. To validate its 
use, couplant was applied excessively to wood specimens, and 
velocity measurements were taken over a period of an hour. 
No significant variability in the velocitywas observed during 
the one-hour period. However, after a three-dayperiod, the 
longitudinal velocitywas estimated to be nearly 1000 m/s 
higher than the velocity measured when the couplant was 
applied. Should many tests need to be performed, cellophane 
(which closely matches the wood acousticimpedance) can be 
placed between the couplant and the specimen (Bucur, 2006; 
Bucur and Archer, 1984). Dry couplant cannot be used in 
these measurements because it requires the application of 
excessive pressure, which may damage the more decayed 
(that is, fragile) wooden cubes. 

A ~0.91 m long steel rod (to separate out the successive 
echoes) with a diameter of 25.4 mm was used as a delay line 
during ultrasoniclongitudinalvelocity and attenuation meas­
urements. Several authors presented a pulse-echo technique 
for thin specimens where back-wall echoes can be separated 
by coupling a buffer rod to the specimen to delay the signal, 
and therefore separate out the back-wall echoes (McSkimin, 
1950; Papadakis, 1968). By using a buffer rod, the transmitted 
waveform will be fully formed before it propagates through 

the specimen. In addition to its small material attenuation, the 
steel rod also allows for the signal loss at the steel/wood 
boundary to be characterized, which is a requirement for the 
attenuation measurements in the wooden specimens.Figure Sa 
shows the energyvelocity dispersion curves for the steelrod 
used in this study (Pavlakovic and Lowe, 2001; Rose, 1999). 
For the shear wave velocities and corresponding attenuation 
measurements, a steel plate with a thickness of ~63.5 mm was 
used as a delay line to stabilize the ultrasonic beam. 

Figure 5b shows a single pulse transmitted through a steel 
rod that was coupled to a wooden specimen.The solid lines 
represent the echoes that were detected (echoes 1 and 2) by 
the receivingtransducer, while the dashed lines represent 
possible echoes that were not detected (echoes 3 and 4) 
because of the large reflection coefficient between steel and 
wood and the high attenuation coefficient of wood. The 
amplitudesof the received echoes can be written as: 

(1) 

(2) 

where 
Tsw, TL, TR, Rsw, RL and RR are the transmission and 

reflection coefficients, as denoted in Figure 5b, 
ds is the length of the steel buffer rod, 
as is the attenuation coefficient of steel due to mode 

conversion and scattering, 
aw is the attenuation coefficient ofwood. 

The subscripts w and s correspond to values for wood and 
steel, respectively. Measurementswere also takenusing only 
the steel rod for reference purposes. The values of AT and AR 

represent the amplitudes of the transmitted and 
received signal, respectively. The amplitudes ofthe received 
echoes (see Figure 5c) canbe written as follows: 

(3) 

(4) 

where 
all variables have been defined previously. 

The transmission and reflection coefficients are depicted 
in Figure 5c. Note that the transmission and reflection coeffi­
cients on the transmitting side will not change between the 
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Figure 5. Ray path analysis for acoustic measurements: (a) group velocity dispersion curve for steel buffer rod with labeled guided wave modes; 
and (b) steel rod and wooden specimen showing possible echoes at different interfaces (the dashed lines represent possible echoes that were 
not detected; the solid lines represent detected echoes where AT and AR represent the transmitted and received signals, respectively); and 
(c) steel rod alone where AT and represent the transmitted and received signals, respectively. 

setups containing the wood specimens and the setups 
containing only the steel. 

The amplitude reflection coefficient is theoretically 
described by the following equations: 

(5) 

( 6 )  

where 
z is the characteristic acoustic impedance, 
c is the bulkwave velocity, 

is the density of the respective medium 
(Kinsleretal., 1980). 

The order of s and w in the subscripts on the reflection 
and transmission coefficients describe the order of the inter­
face of the two media relative to the signal propagation. For 

example, ifthe subscript is sw, then the signal is transmitted 
from the steel to wood and vice versa. The order of the media 
is important due to phase. Switching the order of the media 
will yield a reflection coefficient that is 180° out ofphase from 
the original, thus resulting in Equation 7. 

(7) 

However, 

(8) 

All reflection coefficients are related to the transmission 
coefficient at a similarboundary by the following equation. 

(9) R=T-1 

Theoretically, the characteristic acoustic impedances 
for steel and sound wood in the longitudinal direction are 
39 Pa × s/m and 1.57 Pa × s/m, respectively. This yields an 
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energy reflection coefficient of0.85. Thus, 8.5% ofthe energy 
ofthe transmitted wave will be reflected back, and only 15% 
of the energy will be transmitted through the wooden cubes. 
Furthermore, there will be a loss at the interface due to the 
imperfect coupling between the steel and wood, so it is neces­
saryto characterize the actual reflection coefficient. The 
actual reflection coefficient at the steel/wood interface can be 
calculated bylooking at Equations 1 and 2, which correspond 
to echoes 1 and 2. The reflection coefficient at the steel/wood 
interface can be found by the following equation, where RL 

(see Figures 5b and 5c) is the reflection coefficient at the side 
where the signal is transmitted. 

Figure 6. Experimental setup: (a) technique for finding reflection 
coefficients at steel rod/transducer boundaries for corrections in 
steel attenuation Coefficient measurements (both the X and Y sensors 
can serve as sending and receiving transducers); and (b) schematic 
diagram of experimental setup. A steel rod 0.91 m long and 25.4 mm 
in diameter was used as a delay line for longitudinal velocity and 
attenuation measurements. A steel plate 63.5 mm thick was used as 
a delay line for shear velocity and attenuation measurements. 

(10) 

The reflective surface, RL, should not be approximated as 
a free surface (RL = 1), because some ofthe wave will be 
transmitted to the receiver and signal loss via the couplant will 
occur. A switching technique can be used to approximate the 
unknown reflection coefficients, as shown in Figure 6a (Kim 
et al., 2009). First, the transducer, X, is coupled to one side of 
the steel bar and operated in a pulse-echo configuration (see 
the first part of Figure 6a). The amplitude ofthe first received 
signal, AS1, can be written as: 

(11) 

where 
As is the amplitude of the transmitted signal. 

Now, the other transducer, Y, is coupled to the opposite 
end ofthe steel rod (see the second part ofFigure 6a), while 
transducer X still operates in pulse-echo mode. The amplitude 
ofthe first received signal, AS2, can then be written as 
Equation 12. 

Next, transducer Yis configured to operate in pulse-echo 
mode (see the third part of Figure 6a). This is done without 
changing the setup. The amplitude ofthe first received signal, 
AS3, can be written as: 

(13) 

where 
is the amplitude ofthe transmitted signal. 

Finally, transducer X is removed without disturbing the 
coupling between transducer Y and the steel rod, while trans­
ducer Y is still operating in pulse-echo configuration (see the 
fourth part ofFigure 6a). The amplitude ofthe first received, 
AS4, signal can be written as Equation 14. 

Noting that the X and Y sensors are nominally the same 
sensors, RL and RR* (see the fourth part Figure 6a) can be 
foundasfollows. 

(15) 

(16) 
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The values ofRL and will be necessarywhen calcu­
lating the attenuation coefficient of steel. The reflection coef­
ficient at the steel/wood interface is high (very close to 1); 
thus, the portion of the signal that traverses both the steel and 
specimen three times (see echo 4 in Figure 5b) is too small in 
amplitude to detect. The RR value will be approximated as 
-RSWbecause the acoustic impedance of the transducer face 
nearly matches that of the steel rod. 

Velocity and Attenuation Measurements 
Figure 6b shows a schematic diagram of the ultrasonic meas­
uring system. As illustrated in Figure 6b, a function generator 
was used to generate a 100kHz square pulse. The pulse was 
amplified with a gated radio frequency amplifier and sent to 
the sending transducer. Both the sending and receiving trans­
ducers had a center frequency of 100kHz. The average of 
16waveforms (in order to maximize the signal-to-noiseratio) 
was recorded after being digitized using a sampling frequency 
of 3.125 MHz. 

Velocity Measurements 
Velocity measurement techniques are reviewed in outside 
work (McGovern, 201 1). Because of the multilayered 
nature of the wood specimens, the ultrasonic pulse may not 
maintain its original shape because of dispersion 
(Pavlakovic and Lowe, 2001; Rose, 1999). For this reason, 
the phase-comparison technique for calculating arrival time 
is advantageous (Sachse and Pao, 1978). First, a pulse is 
transmitted through the steel delay line alone. Next, a pulse 
is transmitted through the steel/specimen setup, as 
depicted in Figure 5b. Because of the multilayered nature of 
the wooden specimens, the velocity measurement of the 
wood specimens is the energy velocity of the fastest mode. 
The angle of the fast fourier transform is computed from 
the signals to  find the phase. The phase is unwrapped to 
account for jumps equal to or greater than 180". The phase 
velocity can then be obtained from the following equation: 

where 
denotes the phase for the signal passed through the 
wood/steel setup, 
denotes the phase of the signal obtained from just the 
steel delay line, 

dw is the distance traveled through the wood, 
f is the frequency. 

Only the linear portions of the phase spectrum are used to 
calculate velocity. 

Attenuation Measurements 

First, a pulse is transmitted through steel alone. Next, a pulse 
is transmitted through the steel/specimen setup, as depicted 
in Figure 5b. A first-order, narrow-band (1kHz) Butterworth 
filter is applied to the signal received from the steel/specimen 
setup at each desired frequencyband. This sliding narrow­
band filter is also applied to the signal received from the steel 
reference medium. The attenuation coefficient, aw, for the 
wooden cube can be found by dividing Equation 1by 
Equation 3 to yield the following: 

(18) 

where 
all terms have been previously defined. 

The values of TR, and Tsw can be found as described 
previously. Note that Tsw is a function ofthe attenuation coef­
ficient of steel. The attenuation coefficient of steel can be 
found by dividing Equation 3 by Equation 4 and is described 
by the following equation: 

where 
all terms have also been previously defined. 

Results from Ultrasonic Measurements 
Experimental velocity and attenuation measurements were 
taken in the longitudinal, radial and tangential directions 
for all specimens using longitudinal and shear transducers 
centered at 100 kHz. The velocities measured were vLL, 
vLR, vLT, vRR, vRL, vRT, vTT, vTL and vTR, where the first 
subscript denotes the ultrasonic wave energy direction of 
propagation, and the second subscript denotes the wave 
polarization (see Figure 1b). Similarly, the magnitudes of 
the corresponding attenuation coefficients were also 
measured: 
In an attempt to minimize error introduced during meas­
urements, a minimum of five independent ultrasonic tests 
was carried out for all nine measurements for each of the 
70 wooden blocks. The broadest possible frequency band­
width (up to 200 kHz) of the velocity and attenuation data 
depended upon the operating range of the transducers and 
attenuation of the specimens. Above 200 kHz, it was diffi­
cult to obtain a signal through some orientations of the 
more decayed specimens because of low signal-to-noise 
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Figure 7. Experimentally obtained velocities (left column) and attenuations (right column) for ultrasonic waves propagating in the longitudinal 
direction polarized in the: (a) longitudinal; (b) radial; and (c) tangential direction as a function of frequency and mass loss during exposure to 
controlled decay. The variability shown in the raw data is due to the natural variability of the wood including different growth ring thicknesses 
and lack of perfect parallelism of the growth rings to the faces of the wooden cube specimens. 

ratio (due to high material attenuation). Additionally, 
waveform distortion poses problems when using the phase-
comparison technique, which leads to a reduction of band­
width. Waveform distortion is mainly caused by the 
multilayered nature of the wooden specimens, which leads 
to guided wave effects at higher frequencies (earlywood and 
latewood material properties are different from each other), 
or to the strong increase of attenuation with increasing 
frequency and amount of decay. 

The velocity and attenuation measurements associated 
with the longitudinal principal material direction are 
presented in Figure 7 as a function of mass loss and 
frequency. The variability observed in Figure 7 is accept­
able, particularly when considering the variation in growth 
ring thickness, which may lead to a different number of 

rings for each wooden cube, and when considering that the 
rings are only nearly parallel to the surface of the wooden 
cubes. Because of space limitations, the velocity and attenu­
ation plots corresponding to the other two principal 
material directions, that is, radial and tangential, are not 
shown. Polynomial surfaces were fitted to the experimen­
tally obtained plots (with the decay measured in percent 
mass loss rather than weeks subjected to controlled decay) 
using a least squares fitting technique (MATLAB, 2010). 
This is acceptable because the percent mass loss is linearly 
related to the number of weeks subjected to decay 
(McGovern, 2011). Figures 8, 9 and 10 show the polyno­
mial surface fits, where the left and right columns represent 
the velocity measurements and the magnitude of the corre­
sponding attenuation coefficient measurements,respectively. 
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Figure 8. Velocities (left column) and attenuations (right column) for ultrasonic waves propagating in the longitudinal direction polarized in the: 
(a) longitudinal; (b) radial; and (c) tangential direction fitted to polynomials a function of frequency and mass loss during exposure to controlled 
decay. R2 values are presented as a measure of goodness of fit of the polynomial to actual data. 

Tables 1 to 3 show the coefficients for the various polyno­
mial fits for the velocities and the corresponding attenuations, 
respectively, as a function offrequency and percent mass loss 
associated with the three principal material directions. The 
greatest discrepanciesbetween the polynomial surface fits and 
the experimentallyobtained data lie with specimens 
submitted to 11weeks of controlled decay. Data associated 
with week 11did not seem to fit with any trends, including 
the velocity, attenuation and percentage of mass loss. This 
could potentially be explained by the relative environmental 
location of the specimens during the decay process. The 
surfaces shown in Figures 8 to 10 match the corresponding 
experimental data quite closely. For each case, the correspon­
ding R2 is also shown. At the extents of the frequency band­
widths, the polynomial fits for the velocity measurements 

became difficult to constrain at the edges. To overcome the 
difficulty posed in constraining the edges, the velocity surfaces 
were split up into two regimes: acoustic (see Table 2) and 
ultrasonic (see Table 3) range. The polynomial surface fits 
matched the actual data quite closely; the percent difference 
between the measured data and the fitted surface did not 
exceed 15%(at the edges of the surface area) and for most 
cases stayed significantlybelow 10%(in the center of the 
surface area). The measured ultrasonic velocity and attenua­
tion values presented here represent the energy velocity and 
attenuation values of the fastest wave mode. Furthermore, 
because within each test specimen, there were variations in 
velocity and attenuation, the reported measurements do not 
represent values at a point; rather they represent velocity and 
attenuation values averaged over the specimen dimensions. 
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Figure 9. Velocities (left column) and attenuations (right column) for ultrasonic waves propagating in the radial direction polarized in the: 
(a) radial; (b) longitudinal; and (c) tangential direction fitted to polynomials a function of frequency and mass loss during exposure to 
controlled decay. R2 values are presented as a measure of goodness of fit of the polynomial to actual data. 

TABLE 1 
Polynomial fits for attenuation coefficients as a function of frequency and percent mass loss (up to 40%) for the three principal material 
directions and three different wave polarizations for a frequency range of 4.5 to 200 kHz 
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Figure Velocities column) and attenuations (right column) for ultrasonic waves propagatingin the tangentialdirection polarized in the: 
(a) tangential; longitudinal: and radial directionfitted to polynomials as a function of frequency and mass loss during exposure to 
controlleddecay. values are presented as a measure of goodness of fit of the polynomialto actual data. 

TABLE 2 
Polynomial fits for velocity coefficients as a function of frequency and percent mass loss (up to 40%) for the three principal material 
directions and three different wave polarizations for a frequency range of 4.5 to 20 kHz 
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TABLE 3 
Polynomial fits for velocity coefficients as a function of frequency and percent mass loss (up to 40%) for the three principal material 
directions and three different wave polarizations for a frequency range of 20 to 200 kHz 

Figures 4a, 4b and 4c indicate that the presence of decay 
does not lead to a reflective interface between sound and 
decayed wood in the traditional sense; instead, there is a 
continuous variation (that is, gradation) of the acoustic 
impedance values from those associated with sound wood to 
those associated to decayed wood. Wave propagation 
between two materials separated by a graded material layer of 
finite thickness has already been studied,where the authors 
have shown that, for normal incidence, the level of energy 
transmitted/reflected by the graded interface depends upon 
the ratio of the wavelength to the interface graded material 
layer thickness (Aebi et al., 2007; Chiu and Erdogen, 1999; 
Vollmann et al., 2006). Ifthe wavelength of a normal incident 
wave is small relative to the thickness of the graded interface, 
reflections will occur; however, if the wavelength is relatively 
large, the incident wave will be transmitted with minimal 
reflections. For a wave propagatingparallel to the graded 
region, dispersionwill occur. Furthermore, the boundaries 
between sound and decayed wood (that is, graded interface) 
are typically irregular, resembling more a saw-tooth profile 
than a plane surface. Wave propagation across an interface 
having a saw-tooth profile has also been studied (Proud and 
Tamarkin, 1957). Given the high attenuation values of 
decayed wood and the lack of a perfect reflective interface 
between sound and decayed wood, decayed wood behaves as 
an energy sink; that is, no energy is reflected back from a 
probing ultrasonicbeam. This phenomenon has been 

experimentallyobserved by others (Beall et al., 1994; Senalik 
et al., 2010; Titta et al., 1998). Consideringthe material prop­
erties variability and the anisotropy inherent in wood 
products, these phenomena contribute to make the ultrasonic 
detection and assessment of wood decay a difficult task 
(Bucur, 2006; Bucur and Archer, 1984). 

Conclusion 
Seventywooden block cubes made of loblolly pine wood 
(P. taeda) were prepared followingASTM standards and 
exposed to fungus (G. trabeum) for different, known periods 
of time up to 12weeks. X-ray computed tomography was 
carried out. It was verified that the most decay occurred at the 
face in contact with the fungus and that the decay level 
decreased towards the opposite face. It was also observed that 
a considerable decrease in volume and mass occurred with 
increasing exposure to decay. Blocks decayed for 12weeks 
experienced the most average mass loss (~40%), average 
volume loss (-30%)and average densityloss (-35%). Speci­
mens exposed to only one week of controlled decay also 
exhibited some loss in density (-5%);however, the mass loss 
was difficult to evaluate due to initial moisture absorption. 
These results indicate that, based on the relative density 
change, wood decay can be detected using X-ray tomography 
as early as one week The non-uniformity in decay through 
the thickness was also quantified. Blocks subjected to 
controlled decay for 12weeks lost 47%of density at the 
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surface in contactwith the fungus and 28% at the opposite 
surface,whileblockssubjected to onlyoneweekofdecayexperi­
enced 5% densityloss at the surface in contactwith the fungi 
andnearly0% atthe opposite surface. Results also indicatethat 
the presence ofdecayled to a continuous variation ofacoustic 
impedance (that is, a gradedlayer interface) and not to the 
creationofaperfectacousticreflectiveinterfacebetweensound 
anddecayedwood.Thislackofawell-defined reflectivesurface 
separatingsoundfrom decayedwood explainssome ofthe diffi­
culties encounteredindetectingandassessingdecayusingtradi­
tionallinearacoustic/ultrasonictechniques. 

Ultrasonic velocity and attenuation measurements were 
also carried out using the same wood specimens with 
controlled amounts of decay for the frequency band of 4.5 to 
200 kHz. For each of the material principal directions, both 
velocity and attenuation values were found to be dependent 
upon frequency and amount of decay, that is, percentage of 
mass loss. It was observed that velocity increased with 
increasing frequency and decreased with increasing amount of 
decay, while attenuation increased with increasing frequency 
and decay. For example, for the control blocks with no decay, 
the energy velocity of the fastest mode through the longitu­
dinal direction of the wood was found to be approximately 
2930 m/s at 4.5 kHz and 5830 m/s at 200 kHz, while for the 
blocks subjected to 12 weeks ofdecay, the velocities 
measured in the longitudinal direction were approximately 
2260 m/s to 4120 m/s for 4.5 kHz to 200 kHz, respectively. 
Also, for the control blocks, the attenuation coefficient magni­
tudes were found to range from 0.007 to 0.015 Np/mm in the 
longitudinal direction, 0.028 to 0.052 Np/mm in the radial 
direction and 0.050 to 0.075 Np/mm in the tangential direc­
tion for the frequency range of 4.5 to 200 kHz, respectively, 
while for the blocks subjected to 12 weeks of decay, the atten­
uation coefficient magnitudes were found to range from 
0.061 to 0.083 Np/mm in the longitudinal direction, 
0.199 to 0.265 Np/mm in the radial direction and 0.174 to 
0.224 Np/mm in the tangential direction for the same 
frequencyrange. 
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