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We conducted the frst comparative exp oration on  ignin containing ce  u ose nanofbri  f ms prepared a ter-
native y from wi  ow bark and wood using a high y recyc ab e acid hydrotrope, aqueous p-to uenesu fonic acid, 
as a sustainab e means for iso ating the nanofbri s. The nanofbri s of wi  ow bark were hydrophobic and 
produced dense f ms of high strength under hot pressing. The hydrophobicity resu ted from condensation of the 
residua   ignin with  ow mo ecu ar weight aromatic substances of the bark and hydroxymethy furfura  formed in 
situ from fructose that is a so present in the bark. 

1. Intr ducti n 

Lignoce  u oses being a renewab e resource have attracted great 
interests in many fe ds. The key to successfu  and sustainab e  ig-
noce  u ose based economic growth is deve oping green processing 
techno ogies to produce basic bui ding b ocks such as ce  u ose nano-
fbri s and nanocrysta s for a variety of app ications (Raja a et a ., 2016; 
Zhu et a ., 2016; Giese et a ., 2015). 

Existing techno ogies for producing ce  u ose nanofbri s (CNF) or 
ce  u ose nanocrysta s (CNC) inc ude hydro ysis with minera  acids, 
such as phosphoric and su furic acid (Espinosa et a ., 2013; Chen et a ., 
2015), or dicarboxy ic acids (Chen et a ., 2016; Wang et a ., 2017; Qin 
et a ., 2016), as we   as cata ytic oxidation with hypoch orite 
(Pääkkönen et a ., 2016; Saito and Isogai, 2004). Unfortunate y, eco-
nomic recovery of minera  acids or the oxidation cata ysts is difcu t. 
A though, using concentrated so id dicarboxy ic acid hydro ysis for 
producing ce  u ose nanomateria s (Chen et a ., 2016; Wang et a ., 
2017) addressed the issue of acid recovery, the existing processes re-
quire chemica  pu p or cotton as the raw materia . Manufacture of 
ce  u ose nanomateria s direct y from  ow cost biomass fractions wou d 
be desirab e but very difcu t to achieve due to the rigid, reca citrant 
structure of the p ant ce   wa  . A though direct mechanica  fbri  ation 
of  ignifed biomass to nanofbri s consumes  arge amounts of e ectricity 
(Hoeger et a ., 2013), simp e chemica  pretreatments can faci itate the 

mechanica  fbri  ation and  ower the need of energy. Recent y, p-to-
 uenesu fonic acid (p-TsOH), a commercia  cata yst, was found to have 
hydrotropic properties and capabi ity of rapid y so ubi izing wood 
 ignin in aqueous so utions at  ow temperatures (< 100 °C) (Bian et a ., 
2017; Chen et a ., 2017). The approach can be used to produce  ignin 
containing ce  u ose nanomateria s with hydrophobic properties. As a 
so id cata yst, p-TsOH can be re ative y easi y recyc ed and it can cat-
a yze the dehydration of so ubi ized hemice  u osic sugars into furans as 
va uab e chemica s. Furthermore, the so ubi ized  ignin can be re-
covered as  ignin nanopartic es (LNP) that form a va uab e bui ding 
b ock for a variety of app ications, e.g. bio-based drug de ivery vehic es 
and stabi izers (Frangvi  e et a ., 2012). 

The objective of this study is to demonstrate that agricu tura  ma-
teria  from wi  ow bark (WB) and wood (WW) can be used to produce 
 ignin containing ce  u ose nanofbri s (LCNF) direct y by p-TsOH frac-
tionation. Wi  ow (Salix sp.) p antations have been considered as a 
sustainab e resource for energy production for decades (Krzyżaniak 
et a ., 2015). Previous studies revea ed that the high qua ity sc er-
enchyma fbres and aromatic extracts from the bark cou d produce 
higher va ue products than fue  (Dou et a ., 2016, 2018a). The sig-
nifcance of this study is to further exp ore the high va ue uti ity of 
wi  ow bark and wood through producing ce  u ose nanomateria s. 
Furthermore, the study ana yzes the unique near y native properties of 
the  ignin disso ved by aqueous p-TsOH at mi d conditions. 
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Fig. 1. Experimenta  fow of fractionation of wi  ow bark and wood for producing LCNF, LCNF f m and disso ved  ignin using p-TsOH. F ows with dashed  ines were 
not imp emented in this study. 

Table 1 
G ycan and  ignin contents (%) of origina , unextracted wi  ow wood, wi  ow 
bark and the so id fractions obtained from them after treating with aqueous p-
TsOH for 20 min at 80 °C. The yie d of each so id fraction was determined both 
gravimetrica  y and from the g ucan content assuming that the g ucan yie d was 
100%. 

Biomass fraction Wood Wood Wood Bark Bark Bark 
p-TsOH (%) – 60 80 – 60 80 

G ucose 45.1 57.2 51.4 24.2 31.6 31.5 
Xy ose 19.2 14.1 8.9 2.7 3.5 1.7 
Mannose 2.3 2.8 2.5 1.1 1.7 1.6 
Ga actose 1.0 0.6 0.4 2.8 1.3 0.6 
Arabinose 0.6 0.1 0.1 4.3 0.1 0.2 
Rhamnose 0.5 0.3 0.3 0.9 0.3 0.0 
K ason  ignin 26.8 23.0 22.5 37.3 43.0 42.0 
Gravimetric yie d 100 60.4 85.4 100 76.6 75.0 
Ca cu ated yie d – 78.8 87.7 – 76.6 76.8 

2. Material and meth ds 

2.1. Material 

A   chemica s and so vents used in this study were purchased from 
VWR and used as supp ied. Four-year-o d stems of wi  ow hybrid ‘Karin’ 
were co  ected from the p antation at the VTT Technica  Research 
Centre of Fin and Ltd.  ocated in Centra  Fin and (Kyyjärvi) on May 13, 
2015. The who e stems were stored at −20 °C unti  use. For separation 
of bark, the frozen stems were immersed in water at 20 °C overnight 
before debarking. The bark and wood were manua  y separated with 
sca pe  and stored at 20 °C unti  use. 

2.2. LCNF and its fl  preparation 

As depicted in Fig. 1, wi  ow bark and wood were frst refned in a 
30.5 cm pressurized disk refner (Sprout-Bauer, mode  1210P, Muncy, 
PA, USA) using disk p ate pattern of D2B505 with a disk gap of 
0.178 mm. The refning feed rate and energy input were respective y 
ca. 1 kg min−1 and 152 Wh/kg, both expressed re ative to the oven dry 

weight (OD). The resu tant partic es (25 g) were then treated with 
aqueous p-TsOH (60 or 80 wt%) at 80 °C with a  iquid-to-biomass (OD) 
ratio of 10:1. The fbre suspension was constant y mixed using a mixer 
at 300 rpm. After 20 min the spent  iquor was separated by vacuum 
f tration through a f ter paper. The f tered so id was washed using 
disti  ed water and co  ected as a WIS fraction for LCNF production 
using a super mass co  oider (SMC), as visua ized at Figure S1. The 
f trate was co  ected for the recovery of acid and disso ved  ignin. 

The spent acid  iquor was di uted using disti  ed water to approxi-
mate y 10 wt% acid concentration that is be ow the minima  p-TsOH 
hydrotrope concentration (Chen et a ., 2017). Precipitation of the dis-
so ved  ignin was observed. The di uted spent  iquor was centrifuged at 
10,000 rpm for 10 min (Sorva   Superspeed RC2-B, GSA rotator, Ivan 
Sorva  , Inc., Norwa k, CT) to separate the precipitated  ignin from the 
excess acid. The  ignin obtained was then freeze-dried for ca. 72 h for 
the NMR ana ysis. 

LCNF suspensions of 1% was screened using a Sefar Nitex po yamine 
monof ament (pore size of the mesh fabric: 10 μm) under 2.5 bar. The 
f ms were pressed for 4 min before further pressed in a Carver 
Laboratory press (Fred S. Carver Inc.) under 100 °C and at the pressure 
of 1.8 kPa for 2 h (Österberg et a ., 2013). 

2.3. Che ical analyses 

The carbohydrate and  ignin contents of the origina  wi  ow and the 
fractionated WIS FCSR were determined. Acetone extraction (NREL/TP-
510-42618) was app ied to the origina  wi  ow before the acid hydro-
 ysis. The carbohydrate ana yses were performed using ion chromato-
graphy through HPAEC-PAD detection (Dionex ICS-3000, Sunnyva e, 
CA, USA) with CarboPac PA20 co umn. Pure water was emp oyed as the 
mobi e phase and the e utions were imp emented under room tem-
perature at a fow rate of 0.38 mL min−1. 

The mo ar mass distribution of the LCNF samp e was characterized 
by ge  permeation chromatography (GPC) to examine the degree of 
ce  u ose degradation. The LCNF was frst pre-activated in a water/ 
acetone so vent by N,N-dimethy acetamide (DMAc) before disso ved in 
90 g L−1  ithium ch oride (LiC )/ DMAc so vent mixture at room tem-
perature and f tered through a 0.2 mm syringe f ter and ana yzed by a 
Dionex U timate 3000 system with refractive index (RI) detection 
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Fig. 2. 13C CP/MAS NMR spectra of: a) Disso ved  ignin 
from treatment of wi  ow bark with 60% p-TsOH; b) 
Precipitate from treatment of hot water extract of wi  ow 
inner bark with su furic acid (Dou et a ., 2018a); c) So id 
residue from treatment of wi  ow bark with 60% p-TsOH; 
d) So id residue from treatment of wi  ow wood with 60% 
p-TsOH. 

(Shodex RI-101). The intrinsic viscosities of the LCNFs were a so de-
termined by fo  owing the standard method SCAN-CM 15:99 using cu-
priethy enediamine (CED) as the so vent. 

So ution-state Nuc ear Magnetic Resonance (NMR) spectra were 
acquired on a Bruker BioSpin (Bi  erica, MA, USA) AVANCE 700 MHz 
instrument provided with a cryogenica  y coo ed 5 mm QCI 
1H/31P/13C/15N cryoprobe. Phase-sensitive 2D 1H–13C HSQC spectra 
(hsqcetgpsisp.2 pu se sequence from the Bruker Library; phase-sensitive 
gradient-edited 2D HSQC using adiabatic pu ses for inversion and re-
focusing) were acquired with spectra  widths of 12 ppm for 1H (1682 
data points, and an F2 acquisition time of 100 ms) and 220 ppm for 13C 
with 620 increments (F1 acquisition time of 8 ms) using 800 scans with 
a 500 ms interscan de ay. The centra  DMSO/Pyridine so vent peak was 
taken as an interna  reference (δC 39.5, δH 2.49 ppm). (Kim and Ra ph, 
2010) The processing parameter used typica  matched Gaussian apo-
dization and squared cosine-be   apodization in the 1H and 13C di-
mension, respective y. The vo ume integration of contours used Bru-
ker’s Topspin 3.2 software (Bruker). Image contours were co orized 
using Adobe I  ustrator. 

The so id-state 13C CP/MAS spectra of LCNF and disso ved  ignin 
samp es (packed inside a 4.0 mm ZrO2 rotor) were gained on a Bruker 
AVANCE III spectrometer operating at 100.61 MHz. The fo  owing 
parameters were app ied: a spectra  width of 306 ppm, a re axation 
de ay of 5 s, 40 K transients of 2 K data points, a contact time of 1 ms, 
and a spinning rate of 8 kHz. 

2.4. Morphological and physical analyses 

Transmission e ectron microscopy (TEM) grids (Cu grids with con-
tinuous carbon f ms) were p asma c eaned on a Gatan So arus (Mode  
950) p asma c eaner for making the grid surface hydrophi ic. A drop of 
5 μL LCNF or disso ved  ignin suspension was p aced on the Cu grids 
fo  owed by removing of water after the drop using f ter paper. A drop 
of 5 μL 1% Urany  Acetate so ution was titrated on the grid for 1 min as 
a negative stain fo  owed by removing of  iquid with f ter paper. 
Thereafter, the grids were examined using the TEM (FEI Tecnai 12) 
under an acce erating vo tage of 120 kV and images were processed 
using Gatan Digita  Micrograph. Scanning e ectron microscopy (SEM) 
imaging was performed using a Zeiss Sigma VP. The conductivity of 
LCNF samp es were sputter-coated using go d. The images were taken at 
1.7 kV operating vo tage. 

LCNF fbri  dimensions and the fbri  morpho ogy were character-
ized using atomtic force microscopy (AFM) on a NanoScope V mu ti-
mode scanning microscope (Digita  Instruments Inc., Santa Barbara, 
CA) operating in tapping mode. The driving frequency of the AFM si-
 icon canti ever (NSC15/AIBS, MicroMasch, Ta  inn Estonia) was 
272.45 kHz. The radius of curvature from the tip was  ess than 10 nm. 

Thermogravimetric ana yses (TGA) of the LCNF and the origina  
bark, wood were conducted using a TA Instruments Q 500 (New Cast e, 
DE) with a temperature program at a heating rate of 10 °C min−1 from 
ambient temperature to 600 °C. Approximate y 5 mg of samp e was 
used for each test. A fow rate of 40 mL min−1 nitrogen source was 
opened into the furnace for preventing any oxidative decomposition. 

The water contact ang e on the f ms was characterized using a CAM 
200 (KSV Instruments Ltd., He sinki, Fin and). The pure water drop 
vo ume and the rate were 7 μL and 1 μL/s, respective y. 

Dynamic Vapor Sorption (DVS) apparatus (Surface Measurement 
system, London, UK) at the measuring accuracy up to 0.1 μg was used 
for water vapor ana ysis of LCNF. Rough y 10 mg LCNF powder was 
kept at the samp e pan at 25 °C at 0% RH under a fow of nitrogen gas 
(100 cm3s−1) unti  the mass equi ibrated. The adsorption and deso-
rption cyc ing fo  owed the method of Ma et a . (Ma et a ., 2015) 

Density of the LCNF f ms was computed by dividing samp e basis 
weight (TAPPI standard T410) by the specimen size (15 mm wide and 
72 mm  ong) and its thickness (TAPPI Method T411). Tensi e tests were 
carried out using an MTS 400/M Vertica  Tensi e Tester equipped with 
a 200 N  oad ce   at a cross-head speed of 5 mm min−1 (ISO 527-2). The 
tensi e strength, tensi e index, breaking strain, and e astic modu us 
were obtained from the stress-strain curves. 

3. Results and discussi n 

3.1. Che ical co position of the solid fraction 

In average, the aqueous p-TsOH treatments so ubi ized ca. 17 and 
24% of the wi  ow wood and bark, respective y (Tab e 1). The yie d of 
ce  u ose and (g uco)mannan was practica  y quantitative whi e ha f of 
xy an was so ubi ized. Pectins that are known to be present in the bark 
were  arge y removed as indicated by the decrease in the content of the 
characteristic pectic sugars, arabinose, rhamnose and, in part, ga-
 actose. In the case of wi  ow wood, ca. 30% of the  ignin, measured as 
the acid inso ub e K ason  ignin, was so ubi ized. 13C CP/MAS NMR 
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Fig. 3. Aromatic region of HSQC NMR spectra of the materia s precipitated from the spent  iquor after treating wi  ow wood (WW) and wi  ow bark (WB) in aqueous 
p-TsOH. The spectra of  ignins iso ated enzymatica  y (EL) from the wood and bark are a so inc uded. (Dou et a ., 2018b). 
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Fig. 4. Side-chain region of HSQC NMR spectra of the materia s precipitated from the spent  iquor after treating wi  ow wood (WW) and wi  ow bark (WB) in aqueous 
p-TsOH. The spectra of  ignins iso ated enzymatica  y (EL) from the wood and bark are a so inc uded. (Dou et a ., 2018b). 
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Table 2 
Re ative abundances of aromatic units and interunit  inkages in enzymatica  y 
iso ated  ignins (EL) from wi  ow wood and bark (Dou et a ., 2018b) and dis-
so ved  ignins precipitated from spent  iquors after treating wi  ow wood and 
bark with 60 or 80 % p-TsOH. 

Origin Wood Wood Wood Bark Bark Bark 
p-TsOH (%) EL 60 80 EL 60 80 

Linkage type (%)a 

β-O-4 (A) 89 72 66 86 64 54 
β-5 (B) 
β-β (C) 

Monomersb 

3 
7 

6 
21 

7 
27 

2 
12 

– 
36 

– 
46 

G (%) 34 29 22 61 – – 
S (%) 
S/G ratio 

66 
1.9 

71 
2.5 

78 
3.5 

39 
0.6 

– 
– 

– 
– 

a Percentage on the sum of the α-carbon integra s for structures A, B and C 
(Aα, Bα, and Cα in Fig. 4).

b Expressed as a percentage on tota  signa  intensity of guaiacy  (G2 + G2′) 
and syringy  units (S2/6 + S′2/6) in each case (Fig. 3). 

spectroscopy of the so id residues from wi  ow wood confrmed that 
they composed main y of ce  u ose (C-1 at 109 ppm, C-2 to C-6 in 
60–90 ppm region) and syringy -guaiacy  type of  ignin (aromatic sig-
na s in 130–160 ppm region, OCH3 at 58.5 ppm) (Fig. 2d, Figures S2-
S3) (Kono et a ., 2002; Idström et a ., 2016; Sannigrahi et a ., 2011). 
The major ce  u ose signa s and a minor methoxy  signa  were a so 
present in the 13C CP/MAS NMR spectra of the so id residues from 
wi  ow bark (Fig. 2c, Figures S4-S5). The aromatic  ignin signa s were 
over apped with strong 13C NMR signa s at 118, 131, 146 and 156 ppm. 
These signa s are characteristic for the condensation products of  ow 
mo ecu ar weight aromatic compounds and hydroxymethy furfura  
which were ear ier identifed when a hot water extract from wi  ow 
inner bark was treated under acid conditions (Fig. 2b) (Dou et a ., 
2018a; van Zandvoort et a ., 2013). Here, the condensation took p ace 
in the aqueous p-TsOH treatment, thus increasing the mass of the acid 
inso ub e K ason  ignin fraction. Without the condensation these  ow 
mo ecu ar weight compounds wou d have been extracted from the 
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samp e prior to the ana ytica  K ason  ignin determination. Moreover, 
the so id residue of wi  ow bark gave rise to additiona  major 13C NMR 
signa s at 20–45 ppm and 170–180 ppm. These signa s were neither 
present in the so id residue of wi  ow wood nor the condensation pro-
ducts of the inner bark extract (Dou et a ., 2018a). Obvious y, the 
narrow methy ene signa s at ca. 35 ppm originated from suberin 
(Ferreira et a ., 2014) that has been reported to be present in the bark of 
severa  trees, e.g. Platanus orientalis (Dönmez et a ., 2016), salix 
(Trockenbrodt, 1994) and beech (Perra et a ., 1993), as we   as in 
specia ized p ant ce   wa  s (Graça, 2015). In conc usion, the high 
K ason  ignin content of the so id residue of wi  ow bark does not on y 
represent  ignin but a so a variety of other bark components condensed 
with it. 

Figure S6 and Tab e S1 summarize the mo ar mass distributions of 
the so id residues from wi  ow wood and bark after treating them with 
aqueous p-TsOH. In most cases a bimoda  mo ar mass distribution was 
observed where the  ower mo ar mass region, in princip e, cou d re-
present hemice  u oses,  ignin and/or depo ymerized ce  u ose. When 
the diferences in the ce  u ose contents are taken into account, the 
viscosities of the residues so ubi ized in aqueous CED were comparab e 
indicating no major diference in depo ymerisation of ce  u ose between 
wood and bark (Tab e S2). 

3.2. Structure of the dissolved and precipitated  aterial 

When the spent  iquors from the treatment of wi  ow wood with 
aqueous p-TsOH were di uted with water, precipitates were formed that 
were then iso ated by centrifugation. 1H–13C NMR corre ation (HSQC) 
spectroscopy of so utions of the precipitates provided spectra typica  for 
syringy -guaiacy  type of  ignin (Figs. 3 and 4). The spectra  data were 
assigned and referenced using previous y pub ished  iterature and 
compared with the NMR data on enzymatica  y iso ated wi  ow wood 
and bark  ignins (Dou et a ., 2018b; Kim et a ., 2008; Ye  e et a ., 2008; 
Kim et a ., 2017). Integration of the signa  intensities in the aromatic 
(δC/δH 95–152/5.5–8.0 ppm) and side-chain (48–91/2.0–6.0 ppm) re-
gions provided information on the re ative abundancies of the mono-
mers and interunit  inkage types, respective y (Tab e 2). The  ignin 
disso ved from wi  ow wood was structura  y quite simi ar to the 

Fig. 5. Efect of SMC mi  ing time on fbri  ation of the so id residue of wi  ow bark from the fractionation with 60% p-TsOH characterized by AFM images (top), 
a ong with LCNF height distributions (bottom): a) 15 min, mean fbri  thickness (MFT) = 58.6 nm; b) 30 min, MFT = 25.9 nm; c) 45 min, MFT = 16.0 nm; d) 60 min, 
MFT = 15.1 nm. 
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Fig. 6. SEM images of LCNF prepared from the so id residues of wi  ow bark and wood with 60 min SMC mi  ing time. a) Bark, 60% p-TsOH; b) Bark, 80% p-TsOH; c) 
Wood, 60% p-TsOH; d) Wood, 80% p-TsOH. 

Fig. 7. Weight  oss rate (a) and weight gain (b) of wi  ow bark (WB), wi  ow 
wood (WW) and LCNF made of them after fractionation with 60 or 80% p-
TsOH. A   LCNF were prepared using 60 min SMC mi  ing time. 

Table 3 
Water contact ang e (WCA) of LCNF f ms produced from wi  ow bark and wood 
after their treatment with 60 or 80 % p-TsOH. A   LCNF were prepared using 
60 min SMC mi  ing time. The images show the shape of water drop ets on the 
LCNF f ms. 

Origin 
p-TsOH (%) 

Bark 
60 

Bark 
80 

Wood 
60 

Wood 
80 

WCA (o) 104 ± 5.0 77 ± 7.2 71 ± 7.7 65 ± 5.3 

Fig. 8. Moisture sorption/desorption isotherms of LCNF made of wi  ow bark 
and wood using 60 and 80% aqueous p-TsOH. A   LCNF were prepared using 
60 min SMC mi  ing time. 

origina   ignin even though syringy  units and resino  (β-β) and phe-
ny coumaran (β-5) structures were more abundant in the disso ved 
 ignin. However, the cinnamy  a coho  end groups (CαH at 6.54/129.1 
and CβH at 6.32/129.0 ppm) seemed to disappear in the p-TsOH 
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Table 4 
Density and tensi e properties of the LCNF f ms. The numbers in the parentheses are the standard deviation. ND = not determined. 

Origin Bark Bark Wood Wood 
p-TsOH (%) 60 80 60 80 

Density (g/cm3) 
Grammage (g/m2) 

1.17 (0.04) 
124.7 (5.90) 

1.17 (0.04) 
106.3 (15.75) 

1.23 (0.05) 
98.8 (2.53) 

1.18 (0.08) 
84.9 (3.78) 

Tensi e strength (MPa) 
Tensi e index (kNm/kg) 
Breaking strain (%) 

54.7 (13.22) 
46.8 (11.31) 
0.94 (0.21) 

29.6 (15.33) 
25.5 (13.19) 
0.50 (0.19) 

29.1 (ND) 
23.7 (ND) 
0.46 (ND) 

31.9 (16.68) 
27.1 (14.19) 
0.48 (0.19) 

E astic modu us (GPa) 
Specifc e astic modu us (MNm/kg) 

6.0 (0.36) 
5.2 (0.31) 

5.6 (1.26) 
4.9 (1.09) 

6.2 (ND) 
5.1 (ND) 

6.5 (1.54) 
5.5 (1.31) 

treatment. Very strong OCH3 signa s at 58.5 ppm, typica  of  ignin, were 
present both in HSQC and 13C CP/MAS NMR spectra of the precipitated 
disso ved materia  (Figures S7 and S8).

13C CP/MAS NMR spectroscopy of the substance precipitated from 
the spent  iquor from the treatment of wi  ow bark with aqueous p-
TsOH showed  itt e simi arity with  ignin (Fig. 2a). Instead, structures 
identica  with those in the so id condensation product of the hot water 
extract from wi  ow inner bark dominated. A strong carboxy ate signa  
at 170–180 ppm, simi ar to the one in the spectrum of the so id residue, 
was a so present, possib y originating from the tannins of the outer 
bark. The OCH3 signa  at 58.5 ppm, characteristic of  ignin, was prac-
tica  y absent in the precipitate in contrast to the so id residue that 
c ear y showed the presence of OCH3 in its so id state 13C NMR spec-
trum (Fig. 2b). However, a weak OCH3 peak was present in the so ution 
state corre ation spectrum of the precipitate (Fig. 4) indicating yet 
disso ution of some  ignin from the bark. A sing e peak at 6.7/115 ppm 
appeared in the aromatic region that is typica  for guaiacy  structures 
whi e no syringy  units were detected (Fig. 3). Three strong and we  -
reso ved HSQC signa s observed at 126.01/7.13, 127.81/7.20, and 
129.01/7.22 ppm revea ed the presence of pheny a anine in the pre-
cipitate (Fig. 3). Another peak at 129.90/7.04 ppm showed the occur-
rence of tyrosine. These aromatic amino acids were origina  y present in 
the bark and in the  ignin preparation enzymatica  y iso ated from it. 
(Dou et a ., 2018b) The a iphatic carbon signa s at 20–40 ppm of CP/ 
MAS spectra of the precipitates from the bark may indicate that they 
contained some suberin even though not to the extent that the so id 
residues did (Figures S9 and S10). 

In conc usion, it  ooks  ike the materia  precipitated from the spent 
 iquor after the p-TsOH treatment was a most pure, s ight y modifed 
 ignin in the case of wi  ow wood. In contrast, the corresponding pre-
cipitate from wi  ow bark contained hard y any  ignin. Obvious y, the 
condensation with the  ow mo ecu ar weight components, i.e. the aro-
matic extracts and hydroxymethy furfura  formed from fructose, com-
p ete y prevented the de ignifcation of wi  ow bark. Figure S11 visua-
 izes the aggregates of the materia s precipitated from the spent 
aqueous p-TsOH by water. 

3.3. Structure and properties of LCNF and LCNF fl s 

After washing with water, the so id residues from the aqueous p-
TsOH treatments were fbri  ated with a super mass co  oider (SMC). 
The structure of the thus formed  ignin-containing ce  u ose nanofbri s 
(LCNF) was imaged by atomic force microscopy (AFM). The average 
fbri  size, measured as the fbri  height, decreased gradua  y from ca. 
60 nm to 15 nm when the fbri  ation time was increased in steps from 
15 min to 60 min (Fig. 5). Increasing the concentration of p-TsOH from 
60% to 80% faci itated faster fbri  ation of the so id residue to thinner 
fbri s (Figure S12). Additiona  y, sma   and g obu ar-shaped partic es, 
obvious y representing the residua   ignin or the other hydrophobic 
substances present in the so id residues, were visib e especia  y after 
fractionation with 60% p-TsOH. Scanning e ectron microscopy (SEM) 
images revea ed fbri  networks and g obu ar-shaped partic es simi ar to 
the AFM images (Fig. 6 and Figure S13). When wi  ow bark was 

fractionated with 60% p-TsOH, fbri  ation of the so id residue con-
sumed substantia  y  ess energy than the so id residue of the wood did 
(Tab e S3). However, the diference between the bark and wood was 
not observed after fractionation with 80% p-TsOH that resu ted in sig-
nifcant y reduced fbri  ation energy demand. 

The therma  stabi ity of the origina  wi  ow wood, wi  ow bark and 
the LCNF made of them was studied by thermogravimetric ana ysis 
(TGA). LCNF prepared of the bark were therma  y more stab e than the 
wood derived LCNF (Fig. 7). Use of 80% p-TsOH in the fractionation of 
the wood resu ted in LCNF with especia  y  ow therma  stabi ity. In part, 
the therma  durabi ity seemed to re ate with the chemica  composition 
of the LCNF. Thus, the high stabi ity of the bark derived LCNF obvious y 
originated from their  ow content of po ysaccharides that are therma  y 
 ess stab e than  ignin and its condensation products which were 
abundant in LCNF made of bark. 

The hydrophobicity of the LCNF f ms (Figure S14) was eva uated 
through measuring the contact ang e of water drop ets on the f ms by 
photography. The f ms of bark LCNF were more hydrophobic (higher 
water contact ang e) than the wood LCNF f ms (Tab e 3). Using 60% p-
TsOH in the fractionation of the bark (or wood) was benefcia  for 
hydrophobicity of the f ms. The highest average water contact ang e 
measured (104°) was s ight y higher than the contact ang e of a resin 
modifed CNF (θ = 101°). (Sakakibara et a ., 2016) The hydrophobicity 
of the bark LCNF f ms must be re ated with their chemica  composition, 
the high residua   ignin content in combination with the other acid 
inso ub e substances, such as the condensed hydroxymethy furfura  and 
aromatic extracts as we   as suberin (Schreiber, 2010; Ri ey and 
Ko attukudy, 1975). On microscopic  eve  the hydrophobicity cou d be 
exp ained by the presence of the nano-sized g obu ar partic es of the 
hydrophobic substances (Fig. 5). 

The most hydrophobic LCNF made of wi  ow bark demonstrated 
a so the  owest moisture sorption at constant humidity (Fig. 8). How-
ever, the hysteresis phenomenon was more pronounced with the bark 
LCNF which may indicate s ower equi ibration of the more hydrophobic 
materia s (Tab e S4 and Figure S15). Thus, fuctuations in re ative hu-
midity may signifcant y afect the materia  properties of LCNF 
(Tab e 4). 

Surprising y, the most hydrophobic LCNF produced f ms of the 
highest tensi e index and breaking strain even though the e astic 
modu us was unafected by the origin of LCNF (Tab e 4) (Rojo et a ., 
2015). 

4. C nclusi ns 

A promising and  ow-cost mean to produce strong, dense and high y 
hydrophobic f ms from otherwise discarded wi  ow bark was deve -
oped. The bark was frst treated with an aqueous p-TsOH hydrotrope at 
80 °C for 20 min and the so id residue was then mechanica  y fbri  ated 
to nano-sized structures ( ignin containing nanofbri s, LCNF). Hot 
pressing of LCNF produced dense f ms with variab e properties de-
pending on the pretreatment conditions. Thus, it was possib e to pro-
duce very hydrophobic LCNF f ms that were a so strong. The f ms 
made of wi  ow bark were high y resistant to water vapor, probab y due 
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to the condensation of the residua   ignin with the  ow mo ecu ar 
weight aromatic substances of bark and hydroxymethy furfura  formed 
in situ under the acidic fractionation conditions. Suberin of the bark 
seemed a so to contribute on the hydrophobicity of the f ms. 
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